
A process for forming a composite film on a substrate
comprises providing a suspension comprising an ionised
polymer and functionalised carbon nanotubes in a
solvent, at least partially immersing the substrate
and a counterelectrode in the suspension, and applying
a voltage between the substrate and the
counterelectrode so as to form the composite film on
the substrate. Electrical charges on the polymer and
on the nanotubes have the same sign and the voltage is
applied such that the charge on the substrate has the
opposite sign to the charge on the polymer and the
nanotubes. 


