
METHOD AND APPARATUS FOR MANUFACTURING ORGANIC ELECTROLUMINESCENCE DEVICE,
AND SYSTEM AND METHOD FOR MANUFACTURING DISPLAY UNIT USING ORGANIC
ELECTROLUMINESCENCE DEVICES ABSTRACT OF THE DISCLOSURE In manufacturing an
organic electroluminescence device including a plurality of layers
sequentially laminated on a substrate, the plurality of layers are
laminated at a film formation portion on the substrate by varying the
relative positions of the substrate on which to perform film formation and
a plurality of vapor sources arranged side by side so that the substrate
passes sequentially through positions corresponding to the plurality of
vapor sources. FIG. 1    


