1/3

N )
RO
S

29 x_

23



2/3

Fig. 2
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Physically pulverizing aggregates in slurry -—~S2A

Y

Preparing slurry containing primary particles and their aggregates -~ STA

Granulating pulverized aggregates into hydroxyapatite powder
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Baking hydroxyapatite powder to obtain sintered hydroxyapatite powder
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Fig. 3
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