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MAKE AMONOMERIC SOLUTION COMPRISING AMONOMER, ¢ 102
A CROSS-LINKER AND AN INITIATOR IN ASOLVENT

|

PROVIDE AMEMBRANE TO BE COATED 104

:

APPLY THE SOLUTION OF STEP 102 ONTO THE MEMBRANE 106

|

EXPOSE THE MEMBRANE HAVING THE SOLUTION APPLIED
THERETO TO AN ENERGY SOURCE, FORMING A COATING

:

WASH THE MEMBRANE HAVING THE COATING 110
DISPOSED THERON

é

DRY THE MEMBRANE HAVING THE COATING 112
DISPOSED THEREON




