
POLYPROPYLENE COMPOSITION            A polypropylene composition
comprising:        (1) 65 to 99 % by weight of a crystalline  polypropylene
(A);        (2)1 to 35 % by weight of a graft copolymer  rubber(B) prepared
by graft-polymerizing an unsaturated  monomer to an ethylene-[err]-olefin
copolymer rubber; and        (3).0 to 50 parts by weight of an
ethylene-[err]-olefin  copolymer rubber(c) and/or an alkenyl aromatic
compound  containing rubber(d).    


