
Disclosed is a polishing pad having excellent
durability. The polishing pad has a substrate layer
and a polishing layer provided on the substrate layer,
wherein the polishing layer comprises a thermocurable
polyurethane foam having therein approximately
spherical interconnected cells with an average cell
diameter of 35 to 300 m. 


