ABSTRACT

METHOD OF PROCESSI NG WORKPI ECE

A nmethod of processing a workpiece with a cutting
bl ade, the workpiece having a body of netal disposed in
superposed relation to projected dicing |ines, including:
a first metal burr renoving step of noving the cutting
bl ade through first cut grooves while the cutting blade
Is positioned at such a height that a |owernost end of
the cutting blade is |lower than an upper end of the body
of metal; and a second netal burr renoving step of noving
the cutting blade through the second cut grooves while
the cutting blade is positioned at such a height that the
| onernost end of the cutting blade is lower than the
upper end of the body of netal. A liquid containing an
organic acid and an oxidizing agent is supplied to the
wor kpi ece in the first netal burr renoving step and the
second netal burr renoving step

(Figure 3A)
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