
A binding mixture intended primarily for binding sand or ground glass
particles used, for example, as a filler material between paving elements
to penetrate the filler material and make the joint rigid, the mixture
comprising between 20 % and 40 % by weight of a polybutadiene, at least a
substantial proportion of the remainder being a flow-enhancing solvent with
additives, if required, for colouring and deodorising the mixture.    


