
This invention discloses a process and a necessary
article to simultaneously thermally treat at least two
thermoplastics. The process utilizes the necessary
compartmentalized or zoned pellet construction wherein
the major amount of each thermoplastic component is
located within individual compartments or zones of the
pellet such that the components of the reaction during
thermal processing and/or reactions with compounds in
the atmosphere such as oxygen are less than the
reaction if the thermoplastics were homogeneously
dispersed in the pellet. This invention allows the
components of the multi-component pellets to be
thermally treated together without significant
degradation and/or stored in air or in the presence of
oxygen without significant degradation. 


