
This invention relates to a polymer foam prepared by dispersing on
organophilic multi-layered material into a melt comprising an olefinic or
styrenic polymer having polar functionality so that at least a portion of
the polymer intercalates between layers of the particles; and expanding the
polymer with a blowing agent under such condition to form the polymer foam.
The organophilic multi-layered material can also be dispersed into an
olefinic or styrenic monomer, which can then be polymerized to form a
polymer melt prior to, or along with the foaming step.    


