
In the liquid crystal display devices according to the present invention,
the spacer used for deciding the cell gap of the display cell comprises
spherical particles having a CV value of not more than 2% and an
aggregation ratio of not more than 5%, hence the occurrence of irregular
density and irregular color of the displayed images is inhibited and also
the formation of cold bubbles in the display cell is inhibited.    


