ABSTRACT METHOD FOR PRODUCI NG PCLYMERI C SOLI DS The invention.rel ates
to a method for producing polyneric solids free of auxiliary

emul ators starting from polyner |atices (dispersion), wherein a

pol ynmer dispersion with a starting ph-val ue greater than 9 is set to
a ph-value of 6 to 9 by addi ng gaseous carbon di oxi de and the pol yner

di spersion i s subsequently coagul ated by shearing and/or freezing.
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ABSTRACT
METHOD FOR PRODUCING POLYMERIC SOLIDS

The invention relates to a method for producing polymeric solids free of auxiliary emulators
starting from polymer latices (dispersion), wherein a pcolymer dispersion with a starting ph-value
greater than 9 is set to a ph-value of 6 to 9 by adding gaseous carbon dioxide and the polymer
dispersion is subsequently coagulated by shearing and/or freezing.
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