
(57) Abstract:      Composite stratified material comprising a core layer
of a ferritic chromium steel that is plated on both sides with a steel
consisting of      (mass %): chromium 16.0 to 18.0, nickel 10.0 to 12.0,
and copper 3.5 to4.5, and also, optionally, otherelements, with the
remainder being      essentially iron; and its use for manufacturing coins,
chips, tokens and related objects.    


