
The present invention relates to a process comprising
forming a monomer mixture comprising at least one
monofunctional silicone containing component which
comprises at least one difunctional byproduct and
adding to said monomer mixture 



a normalizing amount of said at least one difunctional
byproduct and curing said monomer mixture to form a
biomedical device. 


