
A method of producing a tin oxide coating comprising the steps of:
providing a primary film of tin oxide on a substrate; and  producing a tin
oxide coating on said primary film by Chemical Vapour Deposition (CVD)
comprising reaction of a substantially anhydrous gas mixture comprising tin
tetrachloride, oxygen and an alcohol. 


