MAGNETI C HEAD HAVI NG A WRITE CO L STRUCTURE W TH A REDUCE

RESI STANCE FOR REDUCI NG THERVAL PROTRUSI ON  ABSTRACT OF TaE E}gg{g&g@;
Magnetic heads having wite coil structures with reduced el ectrical
resistances for reducing thernal protrusion are disclosed. In one

il lustrative exanple, a magnetic head includes a nmagnetic yoke; a wite
gap layer formed between upper and |ower poles of the magnetic §oke' and a
wite coil having a plurality of coil |ayers. Each coil |ayer of the write
coil extends continuously between the upper and the |ower poles thr
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coil separating layer. Such a structure provides for a relatively large
anount of coil materials to be used, which reduces the coil's electrical
resistance. This, in turn, reduces the heat generated by the wite coils

during of)erat ion. Further, ei
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non- magneti c ielectric layers to, fur her red
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magneti c head may be nade relatively small wt a reduced I’ISk of

head-t o-di Skeduca@thsrmaiqarm@{org@rpahmg_. In one illustrative example, a magnetic head

includes a magnetic yoke; a write gap layer formed between upper and lower poles of the
10  magnetic yoke; and a write coil having 2 plurality of coil layers. Each coil layer of the
write coil extends continuously between the upper and the lower poles through a plane
defined by the write gap layer. Preferably, the write coil is formed using a damascene
process, such that each coil layer is wider than each coil separating layer. Such a
structure provides for a relatively large amount of coil materials to be used, which
15 reduces the coil’s electrical resistance. This, in turn, reduces the heat generated by the
write coils during operation. Further, either one or both of the lower and upper poles may
include a horizontally laminated structure of alternating magnetic and non-magnetic
dielectric layers to further reduce heating caused by eddy current losses. Since thermal
protrusion is reduced, the fly height of magnetic head may be made relatively small with

20 areduced risk of head-to-disk crashes and disk scratches.

30



