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Immersing the surface in liquid nitrogen

Y

Heating the surface to a temperature of at least about 150°C

A
Flowing a fluid over the surface to cool the surface

Y

Removing remaining process deposits by at
least one of (i) grit blasting the surface, and
(i) cleaning the surface with a cleaning solution

FIG. 2
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