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ABSTRACT 

Provided are a quick-hardening repair mortar material that contains a 

specific amount of chlorine and includes a combination of a specific material with 

fine aggregate, and thus can achieve high flowability and low kneading resistance 

and increase carbonation resistance, bonding strength to a reinforcing bar, and the 

rust prevention ratio of the reinforcing bars, a quick-hardening repair mortar 

composition, and a hardening body. 

The quick-hardening repair mortar material includes cement, calcium 

aluminate, gypsum, polymer emulsion, fibers, and fine aggregate, and has a 

chlorine amount of 3 ppm or more and 1,800 ppm or less. 


