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DUCTILITY LIMIT ONE OR MORE TIMES AT THE FORGING TEMPERATURE
IN THE FIRST FORGING DIRECTION UNTIL A TOTAL AMOUNT OF STRAIN IN
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REPEATING THE ROTATING STEP, THE OPEN DIE FORGING STEP, AND THE REPEATING
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