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ABSTRACT 

 Disclosed are a method of preparing an ethylene vinyl 

alcohol copolymer comprising hydrolyzing an ethylene vinyl 

acetate copolymer in the presence of a catalyst in a solvent 

containing alcohol and water to prepare a reaction product 

containing an ethylene vinyl alcohol copolymer, and a system 

for preparing an ethylene vinyl alcohol copolymer. 

No figure. 

 


