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ABSTRACT 

A semiconductor package is provided.  The semiconductor package includes: a first 

redistribution substrate; a semiconductor chip provided on the first redistribution substrate; a 

molding layer provided on the first redistribution substrate and the semiconductor chip; and a 

second redistribution substrate provided on the molding layer.  The second redistribution 

substrate includes: redistribution patterns spaced apart from one another; a first dummy 

conductive pattern spaced apart from the redistribution patterns; an insulating layer provided 

on the first dummy conductive pattern; and a marking metal layer provided on the insulating 

layer and spaced apart from the first dummy conductive pattern.  Sidewalls of the marking 

metal layer overlap the first dummy conductive pattern along a vertical direction 

perpendicular to an upper surface of the first redistribution substrate. 
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