
A transparent electromagnetic wave shield  comprising a transparent polymer
film and a conductive  layer of a linear pattern shape formed on at least
one side  of said film, wherein the line intervals in said linear  pattern
are random between 20 [err]m and 1 mm.  (FIG. 1)    


