
Aqueous curable polymer dispersion comprising a polyester and/or
polyurethane and a polymeric product having a Tg from 25-100[err]C
obtainable by free-radical polymerisation of a mixture of (a) an olefinic
monomer free from epoxy and epoxy reactive groups, (b) a monomer and/or
oligomer having at least 2 epoxy groups and (c) a group reactive towards
epoxy groups.    


