
`     In the process of the invention moulding materials based on
duroplastic binders are produced in that the binders are mixed in melt form
with the fillers and additives. To obtain pre-curing, the temperature of
the mixture rises during the mixing process above the starting temperature
of the curing reaction and is abruptly reduced when the desired degree of
curing is reached.    


