
Disclosed is an absorbent article including: a liquid  permeable surface
structural body; a backing sheet; an  absorbent core disposed between the
surface structural body  and the backing sheet. The surface structural body
is formed  by stacking bundles of continuous filaments into at least two
layers and partially fixing the continuous filaments of the  respective
layers  together.   The  individual  continuous  filaments extend over the
entire length of the respective  layers. The layers include: a lower layer
positioned adjacent  to the absorbent layer; and an upper layer positioned
away from  the absorbent layer and having a smaller width than that of  the
lower layer. The upper layer is located exclusively at a  center portion or
laterally opposite side portions of the lower  layer.    


