
A composite sheet of a flexible release liner, which is useful in high
speed operations, the release liner is coated on one side with a
crosslinkable high release coating formulation comprising (a) a
silicone-acrylate release component;  (b) an acrylate-containing
crosslinking agent, such as a silicon- acrylate crosslinking agent having a
higher acrylate content than the (a) silicone-acrylate, trimethylolpropane
triacrylate or epoxylated trimethylolpropane triacrylate; and (c) an
acrylic ester monomer or oligomer selected from the group consisting of
octyl acrylate,  isodecyl acrylate, stearyl acrylate and lauryl acrylate,
specifically the (c) acrylate is free of silicone and more than two
acrylate groups per molecule.    


