
A casting resin system, the resin component A of which comprises a mixture
of epoxyalkylsiloxanes and cycloaliphatic  epoxide,  is  proposed  for
covering optoelectronic component [sic]. The casting resin system can be
cured with a carboxylic acid anhydride as the curing component B to give
transparent and colour-stable moulded materials.    


