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DESCRIPTION

The present invention relates to a wear and
erosion resistant coating composed of particular
zirconium nitrides.

Resistance against erosion wear is normally
related to the hardness of the wear part. Some
articles are subject to solid particle erosion in
which particles of various sizes and hardness are
propelled at various angles against the surface of the
articles. For example, a vehicle or the like (for
example a vehicle itself or a large container
associated with a road vehicle or part of a railroad
train) travelling in the desert during a wind storm
‘will encounter various size solid particles of sand
travelling at various velocities hitting the wvehicle
or the like. If the size of the particles is'large
and the velocity of the particles is high, the coating
on the vehicle or the like could be chipped or pitted.
In turbomachines which operate in a dust environment,
this solid particle erosion is a severe problem.
Recently, physical and chemical vapour deposited
coatings, such as titanium nitride coatings and
zirconium nitride coatings, have been used to provide
a protective layer having good hardness

. characteristics. These coatings have been found to
have good erosion resistance to Al,03 and Si0,
particles at both high and low impact angles.
Although'these coatings have high hardness
characteristics, they exhibit inherently brittle
behaviour and their erosion resistance at normal

o~
impact decreases markedly with increasing hardness
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. and particle size of the erodent. It has been

observed that dynamic impact of solid particle
erodents onto a coated surface of an article can
form lateral and/or median cracks around the impact
site. Median cracks are responsible for the

_strength degradation of the material while lateral

cracks, which grow from the centre of impact
parallel to the substrate surface and then propagate
through the coating surface, account for most of the
material loss during solid particle impact erosion.

The solid particle impact erosion of these coatings

at a 90° impact angle is due primarily to brittle
fracture. Thin coatings are more suspectible to
spalling and exposure of the substrate which may
lead to premature failure of the article. When
coatings applied by conventional techniques are
exposed to particle impact, pinholes and/or lateral
spalling pits generally result in the coating. Once
the coating material is cracked, additional impact
by even relatively small particles will cause
furrowing or grooves in the coating material. 1In a
turbomachine, this furrowing can greatly affect the
overall performance of the turbomachine.

Based on the eiastic—plastic theory,
toughness and hardness are the dominant properties
controlling the erosion behaviour. Higher hardness
is believed to increase erosion resistance at both
low and high impingement angles while higher
toughness reduces the vulnerability to brittle
fracture and markedly increases 90° erosion
resistance. An erosion resistant coating needs to
be simultaneously hard and tough. However, hardness
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3 materials. Higher hardness is usually associated
with greater brittleness. Multilayer hard compound
materials have been found to have simultaneously

S high hardness and high toughness. The high hardness
is an inherent property of hard compounds .and the
high toughness is attributed to the formation of a
coherent or partly coherent interface boundary
between two different hard compound layers. In

10 ceramic materials, hardness and toughness are
typically maximised by a fine-grained microstructure. In
copending application 923.... (Our File P85240EP) U.S. filed
concurrently herewith, entitled Non-Stoichiometric Titanium
Nitride Coating, wear and erosion resistant coatings are
disclosed which compromise non-stoichiometric titanium nitride.
{and corresponding to U.S. Serial No. 728339).

In copending application U.S. Serial No.
405,131, a multilayer coating is disclosed which has
good wear and erosion resistant characteristics,

20 such multilayer coating comprising alternate
lamellas layers of a hitride-containing compound in
which at least one layer contains at least 2 atomic
percent of nitrogen different than the nitrogen
contained in an adjacent layer.

. 25 . Prior art references disclose that the
erosion resistance of zirconium nitride coatings
increased with decreasing crystallite size and that.
superstoichiometric ZnN; 13 (53 atomic percent of
nitrogen) coatings had good wear characteristics.

30 It has now been found possible to
provide a substoichiometric zirconium nitride
coating that has good wear resistance and/or erosion
characteristics to solid particle impact;
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It has also been found possible to provide a substrate
with a substoichiometric zirconium nitride coating in which the
ataﬁic percent of nitrogen in the nitrogen is between 41% and 48%.

According to the present invention there is provided a
substoichiometric zirconium nitride coating for substrates in
which the atomic percent of nitrogen ian the coating is from about
41 to 48%. Preferably, the atomic percent of nitrogen in the
substoichiometric zirconium nitride coating could be from about
42% to 45% and most preferably about 43% to 44%. The coating of
this invention has gocd wear and corrosion characteristics and
should have a crystallize size, measured in the direction
perpendicular to (11l) diffraction plane, of between about 12 to
24nm, preferably between about 13 to 20 nm.

The zirconium nitride coating preferably has a
microhardness from 2200 to 2600 kilograms forée per square
millimetre.

According to the present invention there is also provided
a coated article having a coéting of the present invention secured

%_ to a substrate. '
3 . " According to a particular embodiment of the present
. invention there is provided a method for p:oducigg a
substoichiometric zirconium nitride coating on a substrate
comprising the steps:

(a) placing a substrate in a chamber containing a
3 zirconium~based target and a nitrogen-containing gas mixture;

N {b) evaporating the zirconium from the zirconium-based
target to produce a zirconium vapour to react with the nitrogen in

the nitrogen-containing gas mixture and adjusting the ratio of

J
Bt
2

nitrogen to zirconium to form a zirconium nitride layer on the
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percent to 48 atomic percent.

One preferred embodiment for pfoducinq a
zirconium nitride coating on a substrate would
comprise the steps: _

| (a) placing a substrate in a vapour
deposition chamber having an anode and containing a
zirconium-based cathode along Vith a
nitrogen-containing gas mixture;

(b) applying a voltage across the
cathode and anode to establish a current to effect
evaporation of the zirconium from the zirconium-based
cathode to produce a zirconium vapour to react with
the nitrogen in the nitrogen-containing gas mixture
and;

(c) adjusting the ratio of nitrogen to
zirconium to form a zirconium nitride layer on the
substrate that has a nitrogen content from 41 atomic
percent to 48 atomic percent.

It is believed that the simultaneous coating
of a substrate with a ZrN; based composition and
bombardment of the substrate with inert gas ions,
such as, for example, argon ions, will produce small crystallite
for the substoichiometric coating of the present invention.

As used herein, a substoichiometric coating of
zirconium nitride shall mean a coating in which the
nitrogen content is below 50 atomic percent.

Preferably, the nitrogen-containing gas
mixture could be argon-nitrogen; krypton-nitrogerm;
helium-nitrogen; xenon-nitrogen; neon-nitrogen or the
like. The zirconium nitride coating of the present
invention can be deposited by using conventional
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physical vapour deposition techniques such as arc
processes, dc and rf magnetron sputtering, reactive
ion plating and the like.

Preferably, the substrate could have a zirconium-
containing outer surface so that the coating can form
‘a strong bond to the substrate. The zirconium-
containing outer layer should preferably be from 0.1
to 6.0 microns thiék, and more preferably from 0.2 to
4.0 microns thick.

The thickness of the zirconium nitride coating of
this invention can vary greatly as for example from 1
to 40 microns thick while for wear applications the ‘
preferred thickness of the coating could be from 1 to
10 microns and for erosion applications the coating
could be from 8 to 40 microns.

The zirconium nitride coating of the present
invention is ideally suited for coating substrates
such as for example titanium, iron, aluminium, nickel,
cobalt and alloys thereof. 1In some applications, the
substrate could be coated with a zirconium~containing
layer prior to depositing the coating of the present
invention since the undercoat will effectively provide
a better adherence for the coating.
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The present invention will now be further
described with reference to the following Example.
Example .

Zirconium nitride coatings were deposited on
titanium alloy substrates using a physical vapour
deposition arc evaporation process. Before
deposition, the vapour deposition chamber was
evaéuated to a pressure below 7 x 10~4 Pa and then
backfilled with argon to 0.7 Pa. The substrates to

- be coated were sputter-cleaned with a negative bias
of 1 Kvdc for between 30 to 60 minutes to remove
surface contaminants. Subsequently, a 200 to 350
ampere d.c. arc was activated across a zirconium
cathode and a chamber which acts as an anode to
evaporate zirconium from the zirconium cathode in an
argon and nitrogen environment at an overall pressure
about 4 Pa. The ionized zirconium vapour reacted with
N, ions and then formed a zirconium nitride coating
on the substrate. Each coating was formed by
adjusting the nitrogen gas flow rates during the
deposition. Specifically the nitrogen gas flow was
varied from approximately 70 to 90 standard cubic
centimetres per minute (sccm) and the total argon gas
flow was maintained at about 240 sccm. The
deposition temperature, determined using an optical
pyrometer, was between 410°C and 520°C.

The nitrogen content of each sample coating
was measured by sputtered mass neuttél spectrometry.
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. ‘The neutral atoms of the coating were sputtered from
its surface into plasma by ions which were generated
from a low pressure r.f. plasma. The neutral atoms
were then ionized by energetic electron impact.

5 These ions were subsequently analyzed and detected in
a quadrupole mass spectrometer. The measured area
was in an 8 mm diameter circle and the total
sputtefed depth was approximately 5 microns.

e v Y
B

The nitrogen content of each sample coating
10 is shown in the Table.
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coatings was determined by the Scherrer formula as
follows: ' '

Dhky = B2
cosd

Where Dy is the dimension of crystallite in the
direction perpendicular to the reflecting plan
(hkl), K is the crystallite shape factor which is
assumed to be 1 in this case, A\ is the wavelength of
the x-rays; 8 is the glancing angle of incidence,
and B is the half-maximum breadth. Typically, the
experimentally observed breadth (8) is comprised of
B due to the particle size effect and b resulting
from the instrumental broadening, B = B + b. The
instrumental broadening, b, was determined using ZrN
powder with particle size greater than several
microns. The crystallite size D;;; was determined
and the results are shown in the Table. This data
shows that the crystallite size D;;; decreased with
decreasing nitrogen content as from 32.5 nm at 50
atomic percent nitrogen to 10.6 nm at 40.5 atomic
percent nitrogen.

Residual stresses of the sample ZrN,
coatings were determined using the standard sin?y
method based on the change in lattice spacings
(strain).

The stresses of ZrN; sample coatings were
then measured with the assumption of Youndis modulus

of 279.9 x 105kpPa (40.6 x 106 psi) and a poisson rate
of 0.25.

Residual compressive stress was found in all the
ZrN, sample coatings and the data are shown

ability to brittle fracture and markedly
er05|omhhe&mgkeaqqiténsgzgsbgneaehiefanhecsampmg needs to
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appeared to increase linearly with decreasing
nitrogen content.
The as-coated surface of each of the ZrN,

S sample coat1ngs was metallographically polished
before being subjected to microhardness
measurements, using a Vickers hardness tester with a
load of 0.1 Kg for 15 seconds. The data obtained is
presented in the Table and shows that the

10 microhardness of ZrNy increased with decreasing
nittogeh content from 2037 kilograms force per
square millimetre (Xgf mm‘z) at 50 atomic percent N
to a maximum of 2588 Kgf mm~2 at 43.2 atomic percent
N, and then decreased to 2318 Kgf mm~2 at 40.5

15 atomic percent N.
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The ZrN, sample coatings were exposed to 50
microns alumina erosion at both 20° and 90°.
impingement angles at room temperature. Compressed
air with a pressure of 290 kPa (42 psig) was used to

20 deliver alumina particles through a 5 mm diameter
alumina nozzle. The nozzle-to-specimen distance was
maintained at 10 cm. The amount of alumina
particles used for 20° and 90° erosion was 1800 g
and 400 g, respectively. The relative erdsion

25 resistance was calculated by comparing the total
weight loss of the substoichiometric thx coatings
with that of a stoichiometric 2rN coating, in which
the erosion resistance was assumed to be 1 at both
20° and 90° impact angles. The data obtained is -

30 presented in the Table and shows that a maximum
erosion resistance at 20° and 90° occurred at about
42 to 45 atomic percent N, which corresponds to the
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region having.the combination of maximum microhardness
and minimum grain size. '

The present invention will now be further
described with reference to, and as illustrated in the
accompanying drawings, in which:-

Figure 1 shows a plot of residual compressive
stress versus nitrogen content for several sample
coatings of the present invention;

Figure 2 shows a plot of crystallite size vs.
residual compressive stress for sample ZrN, coatings
of the present invention;

Figures 3 shows a plot of microhardness vs.
nitrogen content for sample ZrN, éoatings of the
present invention;

Figure 4 shows a plot of erosion resistance vs.
nitrogen content in sample ZrN, coatings of the
present invention; .

Figure 5 shows a plot of erosion resistance vs.
crystallite size for sample ZrN, coatings of the
present invention;

Figure 6 shows a plot of erosion resistance vs.
microhardness for sample ZrN, coatings of the present
invention; and

Figure 7 shows a plot of the texture coefficient
as a function of N concentration in several sample
ZrN, coatings of the present invention.

A plot of residual compteésive stress
versus nitrogen content was plotted in Figure 1 for
the sample coating from the Table and the data
demonstrates that the residual comprehensive stress

) of substoichiometric ZrN; coatings decreased
linearly with increasing nitrogen content.

Figure 2 shows a plot of crystallite size
v. residual compressive stress. The smaller
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: for the increased stress. In Figure 3 a plot of
microhardness vs. nitrogen content shows that a
maximum microhardness occurs between 42 and 45
5 atomic percent N content. Figure 4 shows a plot of
erosion resistance vs. nitrogen content in which a
maximum erosion resistance appears at N content
between 42 and 44 atomic percent. Figure 5 shows a
plot of erosion resistance vs. crystallite size in
10 which the optimum crystallite size is shown around
15 nm.
Figure 6 shows a plot of erosion resistance
vs. microhardness in which the erosion resistance
increases with increasing microhardness.
15 Figure 7 shows that the texture coefficient
is a function of N concentration in the coating.
The coating exhibited a combination of <111> and
<311> preferred orientation at N content between
41.5 and 48 atomic percent. The most preferred
20 coating has a combination of <¢l1lll> and «31ll>
preferred orientation in which <311> preferred
orientation is dominant over «¢1ll> prefefred
orientation. _
In the substoichiometric zirconium nitride coating -
25 system, microhardness and crystallite size are
believed to be the predominant parameters
controlling erosion behavior in which the erosion
resistance increases with increasing microhardness
and with decreasing crystallite size. A linear
30 relationship between erosion resistance and
microhardness can only be obtained, if one excludes
the coating containing 40.5 atomic percent nitrogen
(Figure 6). The erosion resistance, increased with
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decreasing crystallite size down to 12 nm (Figure
S). At crystallite size significantly less than 12
nm, when the nitrogen is about 40.5 atomic percent,
a marked decrease in erosion resistance was observed.
An anomoly occurring in the variation of
erosion with material and structural parameters was
primarily linked to the coating containing 40.5
atomic percent nitrogen. This coating had
microhardness 2318 Kgf m=2, crystallite size 10 nm,
macrostrain 0.75%, and residual compressive stress
466 Ksi. Based only on microhardness and
crystallite size, one will expect a reasonable good
erosion property from this coating. However, poor
erosion performance was observed. Thus, it is
believed that other material properties rather than
microhardness and crystallite size had a decisive
influence on erosion performance of this coating,
such as possibly an excess of unreacted zirconium.
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CLAIMS |

1. A substoichiometric zirconium nitride coating
in which the atomic percent of nitrogen in the coating
is from about 41 to 48 percent.

2. A coating according to claim 1, wherein the
zirconium nitride contains from about 42 to about 45
percent. |

3. A coating according to claim 2, wherein the
zirconium nitride contains about 43 to 44 atomic
percent of nitrogen. _ .

4. A coating according to any of claims 1 to 3,
wherein the zirconium nitride coating has a
microhardness from 2200 to 2600 kilograms force per
square millimetre.

5. A coating according to any of claims 1 to 4,
wherein the zirconium nitride coating has a grain size
from 12 to 24 nmm.

6. A coating according to any of claims 1 to 5,
which is from 1 to 40 microns thick.

7. A coating according to claim 6, which is from
1 to 10 microns thick.

8. A coating according to claim 6, which is from
8 to 40 microns thick.

9. A coated article having a coating as defined
in any of claims 1 to 8, secured to a substrate.

10. A coated article according to claim 9,
wherein the substrate is selected from titanium, ironm,
aluminium, nickel, cobalt and alloys thereof.

11. A coated article according to claim 10,
wherein the nitrogen content in the zirconium nitride
coating is from about 42 to about 45 atomic percent
and the substrate is titanium or titanium alloy.

This Sheet Has Been Replaced
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12. A coated article according. to claim 11,
wherein the thickness of the zirconium nitride coating
is from 1 to 40 microns thick.
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 ABSTRACT
SUBSTOICHIOMETRIC ZIRCONIUM NITRIDE COATING

A wear and erosion resistant coating for :
substrates which comprises a substoichiometric
zirconium nitride coating having a nitrogen content in
the zirconium nitride coating from about 41 to 48
atomic weight percent.:

Fig. 2
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SUBSTOICHIOMETRIC ZIRCONIUM NITRIDE COATING

DESCRIPTION

The present invention relates to a wear and
erosion resistant coating-composed of pﬁrticular
zirconium nitrides. '

Resistance against erosion wear is normally
related to the hardness of the wear part. Some
articles are subject to solid particle erosion in
which particles of various sizes and hardness are
propelled at various angles against the surface of the
articles. For example, a vehicle or the like (for
example a vehicle itself or a large container
associated with a road vehicle or part of a railroad
train) travelling in the desert during a wind storm
will encounter various size solid particles of sand
travelling at various velocities hitting the vehicle
or the like. If the size of the particles is‘large
and the velocity of the particles is high, the coating
on the vehicle or the like could be chipped or pitted.
In turbomachines which operaté in a dust environment,
this solid particle erosion is a severe problem.
Recently, physical and chemical vapour deposited
coatings, such as titanium nitride coatings and
zirconium nitride coatings, have been used to provide
a protective layer having good hardness
characteristics. These coatings have been found to
have good erosion resistance to Al,05 and §i0,
particles at both high and low impact angles.
Although these coatings have high hardness
characteristics, they exhibit inherently brittle
behaviour and their erosion resistance at normal
impact decreases markedly with increasing hardness
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I nvention can vary greatly as for exanple between | to 40 mcrons thick
while for wear applications the pre- (erred thickness of the coating could
be between | to 10 microns and for erosion applications the coating could
be 8 to 40 m crons.

and particle size of the erodent. It has been
observed that dynamic impact of solid particle
erodents onto a coated surface of an article can
form lateral and/or median cracks around the impact
site. Median cracks are responsible'for the
strength degradation of the material while lateral
cracks, which grow from the centre of impact
parallel to the substrate surface and then propagate
through the coating surface, account for most of the
material loss during solid particle impact erosion.
The solid particle impact erosion of these coatings
at a 90° impact angle is due primarily to brittle
fracture. Thin coatings are more suspectible to
spalling and exposure of the substrate which may
lead to premature failure of the article. When
coatings applied by conventional techniques are
exposed to particle impact, pinholes ahd/or lateral .
spalling pits generally result in the coating. Once
the coating material is cracked, additional impact
by even relatively small particles will cause
furrowing or grooves in the coating material. 1In a
turbomachine, this furrowing can greatly affect the’
overall performance of the turbomachine.

Based on the elastic-plastic theory,
toughness and hardness are the dominant properties
controlling the erosion behaviour. Higher hardness
is believed to increase erosion resistance at both
low and high impingement angles while higher
toughness reduces the vulnerability to brittle
fracture and markedly increases 90° erosion
resistance. An erosion resistant coating needs to
be simultaneously hard and .tough. However, hardness
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and toughness are generally in opposition in hard
materials. Higher hardness is usually associated
with greater brittleness. Multilayer hard compound
materials have been found to have.simu}taneously
high hardness and high toughness. The high hardness
is an inherent property of hard compounds and the
high toughness is attributed to the formation of a
cdherent or partly Coherent interface boundary
between two different hard compound layers. In
ceramic materials, hardness and toughness are
typically maximised by a fine-grained microstructure. In
copending application 923.... (our File P85240EP) U.S. filed
concurrently herewith, entitled Non-Stoichiometric Titanium
Nitride coating, wear and erosion resistant coatings are
disclosed which compromise non-stoichiometric titanium nitride.
(and corresponding to U.S. Serial No. 728339).

In copending application U.S. Serial No.
405,131, a multilayer coating is disclosed which has
good wear and erosion resistant characteristics,
such multilayer coating comprising alternate
lamellas layers of a nitride-containing compound in
which at least one layer contains at least 2 atomic
percent of. nitrogen different than the nitrogen
contained in an adjacent layer.

Prior art references disclose that the
erosion resistance of zirconium nitride coatings
increased with decreasing crystallite size and that
superstoichiometric ZnN; 15 (53 atomic percent of
nitrogen) coatings had good wear characteristics.

It has now been found possible to
provide a substoichiometric zirconium nitride
coating that has good wear resistance and/or erosion
characteristics to solid particle impact.
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The‘zirconiun1nL ride p | of this invention is ideally suited for
coating substrat ﬁ ~ eﬂl ﬂﬁ Al um iron, aluminum ni ckel, cobal t and

al |l oys thereof. | tions, the subst ' oatpd with a
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It has also been found possible to provide a substrate
"with a substoichiometric zirconium nitride coating in which the
atomic percent of nitrogen in the nitrogen ig between 41% and 48%.

According to the present invention thera_is provided a
substoichiometric zirconium nitride coating for substrates in
which the atomic percent of nitrogen in the coating is from about
41% to 48%. Preferably, the atomic percent of nitrogen in the
substoichiometric zirconium nitride coating could be from about
42% to 45% and most preferably about 43% to 44%. The coating of
this invention has good wear and corrosion characteristics and
should have a crystallize size, measured in the direction
perpendicular to (111) diffraction'plane, of between about 12 to
24nm, preferably between about 13 to 20 nm.

The zirconium nitride coating preferably has a
microhardness from 2200 to 2600 kilograms force per square
millimetre.

According to the present invention there is also provided
a coated article having a coéting of the presént invention secured
to a substrate. |

"According to a particular embodiment of the present
invention there is provided a method for produciqg a
substoichiometric zirconium nitride coating on a substrate
comprising the steps:

(2) placing a substrate in a chamber containing a
zirconium-based target and a nitrogen-containing gas mixture;

(b) evaporating the zirconium from the zirconium-based
target to produce a zirconium vapour to react with the nitrogen in
the nitrogen-containing gas mixture and adjusting the ratio of

nitrogen to zirconium to form a zirconium nitride layer on the



BRI'EF DESCRIPTICN THE DRAMYNGS FIG 1 is a_plot

conpressi ve st S " % content for the RE@EA&&&A venti on
FIG 2is a pIo | conpre55|on VS. cCr e S|ze [ r NX.

coat i ngs. of m crohardness vg. A oftent in
Zr NX coatings FIG. 4 is a plot of erosion resi é% vs the nitt r ogen

substrate that has a nitrogen content from 41 atomic
percent to 48 atomic percent.

One preferred embodiment for producing a
zirconium nitride coating on a substrate would
comprise the steps: '

(a) placing a substrate in a vapour
deposition chamber having an anode and containing a
zirconium-based cathode along with a
nitrogen—cdntaining gas mixturé:

(b) applying a voltage across the
cathode and anode to establish a current to effect
evaporation of the zirconium from the zirconium-based
cathode to produce a zirconium vapour to react with
the nitrogen in the nitrogen-containing gas mixture
and;

(c) adjusting the ratio of nitrogen to
zirconium to form a zirconium nitride layer on the
substrate that has a nitrogen content from 41 atomic
percent to 48 atomic percent.

It is believed that the simultaneous coating
of a substrate with a ZrN, based composition and
bombardment of the substrate with inert gas ions,
such as, for example, argon ions, will produce small crystallite
for the substoichiometric coating of the present invention.

As used herein, a substoichiometric coating of
zirconium nitride shall mean a coating in which the
nitrogen content is below 50 atomic percent.

Preferably, the nitrogen-containing gaé
mixture could be argon-nitrogen; krypton-nitrogen;
helium-nitrogen; xenon-nitrogen; neon-nitrogen or the
like. The zirconium nitride coating of the present
invention can be deposited by using conventional



coritent for~various ZrN, coatings. FIG 5 is a plot of erosion resistance

Vvs. crystal 'ﬁ?s%h&iﬁ&ﬁe&ﬁl%coa“ ngs. FIG 6 is a plot of erosion

resi stance vs |“HHI“HH“ lmess in ZrNx coati ngs. FIG 7 is a plot of

texture coeff ‘nitrogen content for various ZrNx coati ngs.
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physical vapour deposition techniques such as arc
processes, dc and rf magnetron sputtering, reactive
ion plating and the like.

Preferably, the substrate could have a zirconium-
containing outer surface so that the coating can form
a strong bond to the substrate. The zirconium-
containing outer layer should preferably be from 0.1
to 6.0 microns thiék, and more preferably from 0.2 to
4.0 microns thick.

The thickness of the zirconium nitride coating of
this invention can vary greatly as for example from 1
to 40 microns thick while for wear applications the '
preferred thickness of the coating could be from 1 to
10 microns and for erosion applications the coating
could be from 8 to 40 microns.

The zirconium nitride coating of the present
invention is ideally suited for coating substrates
such as for example titanium, iron, aluminium, nickel,
cobalt and alloys thereof. 1In some applications, the
substrate could be coated with a zirconium-containing
layer prior to depositing the coating of the present
invention since the undercoat will effectively provide
a better adherence for the coating.
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The present invention will now be further
described with reference to the following Example.

Example

Zirconium nitride coatings were .deposited on
titanium alloy substrates using a physical vapour
deposition arc evaporation process. Before
deposition, the vapour deposition chamber was
evacuated to a pressure below 7 x 10~¢ Pa and then
backfilled with argon to 0.7 Pa. The substrates to
- be coated were sputter-cleaned with a negative bias
of 1 Kvdc for between 30 to 60 minutes to remove |
surface contaminants. Subsequently, a 200 to 350
ampere d.c. arc was activated across a zirconium
cathode and a chamber which acts as an anodé to
evaporate zirconium from the zirconium cathode in an
argon and nitrogen environment at an overall pressure
about 4 Pa. The ionized zirconium vapour reacted with
N, ions and then formed a zirconium nitride coating
on the substrate. Each coating was formed by
adjusting the nitrogen gas flow rates during the
deposition. Specifically the nitrogen gas flow was
varied from approximately 70 to 90 standard cubic
centimetres per minute (sccm) and the total argon gas
flow was maintained at about 240 scem. The
deposition temperature, determined using an optical
pyrometer, was between 410°C and 520°C.

The nitrogen content of each sample coating
was measured by sputtered mass neutral spectrometry.

REPLACEMENT SHEET|
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EXAMPLE | erconlun1n|tr|de coatlngs were deposited on tita- niumall oy

substrates using a phydhs apsd ti on arc evaporation process.
Bef ore deposition. the v
bel ow

n chanber was evacuated to a pressure

The neutral atoms of the coating were sputtered from
its surface into plasma by ions which were generated
from a low pressure r.f. plasma. The neutral atoms
were then ionized by energetic electron impact.
These ions were subsequently analyzed and detected in
a quadrupole mass spectrometer. The measured area
was in_an 8 mm diameter circle and the total
sputtered depth was approximately 5 microns.

The nitrogen content of each sample coating
is shown in the Table.
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Pa. The ioni zed i §GQM:LHY ABMced €acted with N2 ions and then formed a

zirconiumnitrid e substrate. Each coating was fornmed by
adjusting the ni qmgmgmmw rates during the deposition. Specifi- cally
t he nitrogen gas d fromapproxi- nmately 70 to 90 standard
cubic centinmeters per mnute (sccm and the total argon gas fl ow was

mai nt ai ned at about 240 sccm The deposition tenperature, deter-
- 10 -

The crystallite size of each of the sample
coatings was determined by the Scherrer formula as
follows: '

Dpky = KA
3cosE

Where Dpy; is the dimension of crystallite in the
direction perpendicular to the reflecting plan
(hkl), K is the crystallite shape factor which is
assumed to be 1 in this case, X\ is the wavelength of
the X—rays; @ is the glancing angle of incidence,
and B is the half-maximum breadth. Typically, the
experimentally observed breadth (B8) is comprised of
B due to the particle size effect and b resulting
from the instrumental broadening, B = B + b, The
instrumental broadening, b, was determined using ZrN
powder with particle size greater than several
microns. The crystallite size Dyj3 was determined
and the results are shown in the Table. This data
shows that the crystallite size D;j;; decreased with
decreasing nitrogen content as from 32.5 nm at 50
atomic percent nitrogen to 10.6 nm at 40.5 atomic
percent nitrogen.

Residual stresses of the sample ZrNy
coatings were determined using the standard sinzw
method based on the change in lattice spacings
(strain). '

The stresses of ZrN, sample coatings were
then measured with the assumption of Youndis modulus

of 279.9 x 106kpa (40.6 x 106 psi) and a poisson rate
of 0.25.
Residual compressive stress was found in all the

ZrN, sample coatings and the data are shown
REPLACEMENT SHEET
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m ned u5|ngm%gm%g en qéwmter was between 410* C. and 520[err]C. The
-ni trogen con ﬁple coating was neasured by sputtered nass
neut r al spec m eut,ral atons of the coating were sputtered from
its surface i |ons whi ch were generated froma | ow pressure
r.f. plasma. The neutral atons were then ionized by energetic el ectron

I npact. These ions were
- 11 -

in the Table. The magnitude of compressive stress
appeared to increase linearly with decreasing
nitrogen content.

The as-coated surface of each of the ZrNy

5 sample coatings was metallographically polished
before being subjected to microhardness
measurements, using a Vickers hardness tester with a
load of 0.1 Kg for 15 seconds. The data obtained is
presented in the Table and shows that the

10 microhardness of ZrN, increased with decreasing
nitrogen content from 2037 kilograms force per
square millimetre (Kgf mm~2) at 50 atomic percent N
to a maximum of 2588 Kgf mm~2 at 43.2 atomic percent
N, and then decreased to 2318 Kgf mm~2 at 40.5

15 atomic percent N.

The ZrN, sample coatings were exposed to 50
microns alumina erosion at both 20° and 90°.
impingement angles at room temperature. Compressed
air with a pressure of 290 kPa (42 psig) was used to

20 deliver alumina particles through a 5 mm diameter
alumina nozzle. The nozzle-to-specimen distance was
maintained at 10 cm. The amount of alumina
particles used for 20° and 90° erosion was 1800 g
and 400 g, respectively. The relative erosion

25 resistance was calculated by comparing the total
weight loss of the substoichiometric ZrNy coatings
with that of a stoichiometric ZrN coating, in which
the erosion resistance was assumed to be 1 at both
20° and 90° impact angles. The data obtained is -

30 presented in the Table and shows that a maximum
erosion resistance at 20° and 90° occurred at about
42 to 45 atomic percent N, which corresponds to the

2 1AUG 996
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region having the combination of maximum microhardness
and minimum grain size.

The present invention will now be further
described with reference to, and as illustrated in the
accompanying drawings, in which:- -

Figure 1 shows a plot of residual compressive
stress versus nitrogen content for several sample
coatings of the present invention;

Figure 2 shows a plot of crystallite size vs.
residual compressive stress for sample ZrN, coatings
of the present invention;

Figures 3 shows a plot of microhardness vs.
nitrogen content for sample ZrN, éoatings of the
present invention;

Figure 4 shows a plot of erosion resistance vs.
nitrogen content in sample ZrN, coatings of the
present invention;

Figure 5 shows a plot of erosion resistance vs.
crystallite size for sample ZrN, coatings of the
present invention;

Figure 6 shows a plot of erosion resistance vs.
microhardness for sample ZrN, coatings of the present
invention; and .

Figure 7 shows a plot of the texture coefficient
as a function of N concentration in several sample
Z2rN, coatings of the present invention.

A plot of residual compressive stress
versus nitrogen content was plotted in Figure 1 for
the sample coating from the Table and the data
demonstrates that the residual comprehensive stress
of substoichiometric ZrN, coatings decreased
linearly with increasing nitrogen content.

Figure 2 shows a plot of crystallite size
v. residual compressive stress. The smaller

A onmeter.
el i ameter circle and {EKEP]ME* L.Ts'f) tié”r'éd
The nitrogen cont eht 6f"éach sanple

The
depth
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crystallite size is believed to more than compensate
for the increased stress. In Figure 3 a plot of
microhardness vs. nitrogen content shows that a
maximum microhardness occurs between 42 and 45
atomic percent N content. Figure 4 shows a plot of
erosion resistance vs. nitrogen content in which a
maximum erosion resistance appears at N content
between 42 and 44 atomic percent. Figure 5 shows a
plot of erosion resistance vs. crystallite size in
which the optimum crystallite size is shown around
15 nm.

Figure 6 shows a plot of erosion resistance
vs. microhardness in which the erosion resistance
increases with increasing microhardness.

Figure 7 shows that the texture coefficient
is a function of N concentration in the coating.

The coating exhibited a combination of <111> and
<311> preferred orientation at N content between
41.5 and 48 atomic percent. . The most preferred
coating has a combination of <111> and «<31l1l>
preferred orientation in which <311> preferred
orientation is dominant over <1l11> preferred
orientation.

In the substoichicmetric zirconium nitride coating '
system, microhardness and crystallite size are

believed to be the predominant parameters
controlling erosion behavior in which the erosion
resistance increases with increasing microhardness
and with decreasing crystallite size. A linear
relationship between erosion resistance and
microhardness can only be obtained, if one excludes
the coating containing 40.5 atomic percent nitrogen
(Figure 6). The erosion resistance, increased with

REPLACEMENT SHEET
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decreasing crystallite size down to 12 nm (Figure
5). At crfstallite size significantly less than 12
nm, when the nitrogen is about 40.5 atomic percent,
a marked decrease in erosion resistance was observed.
An anomoly occurring in thivariation of
erosion with material and structural parameters was
primarily linked to the coating containing 40.5
atomic percent nitrogen. This coating had
microhardness 2318 Kgf mm‘z, crystallite size 10 nm,
macrostrain 0.75%, and residual compressive stress
466 Ksi. Based only on microhardness and
crystallite size, one will expect a reasonable good
erosion property from this coating. However, poor
érosion performance was observed. Thus, it is
believed that other material properties rather than
microhardness and crystallite size had a decisive
influence on erosion performance of this coating,
such as possibly an excess of unreacted zirconium.
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CLATIMS

1. A substoichiometric zirconium nitride coating
in which the atomic percent of nitrogen in the coating
is from about 41 to 48 percent. a

2. A coating according to claim 1, wherein the
zirconium nitride contains from about 42 to about 45
percent.

3. A coating according to claim 2, wherein the
zirconium nitride contains about 43 to 44 atomic
percent of nitrogen. _

4. A coating according to any of claims 1 to 3,
wherein the zirconium nitride coating has a
microhardness from 2200 to 2600 kilograms force per
square millimetre.

5. A coating according to any of claims 1 to 4,
wherein the zirconium nitride coating has a grain size
from 12 to 24 nm.

6. A coating according to any of claims 1 to 5,
which is from 1 to 40 microns thick. -

7. A coating according to claim 6, which is from
1 to 10 microns thick.

8. A coating according to claim 6, which is from
8 to 40 microns thick.

9. A coated article having a coating as defined
in any of claims 1 to 8, secured to a substrate.

10. A coated article according to claim 9,
wherein the substrate is selected from titanium, iron,
aluminium, nickel, cobalt and alloys thereof.

ll. A coated article according to claim 10,
wherein the nitrogen content in the zirconium nitride
coating is from about 42 to about 45 atomic percent
and the substrate is titanium or titanium alloy.
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crystallite shape factor which is assunmed to be 1 in this
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12. A coated article according to claim 11,
wherein the thickness of the zirconium nitride coating
is from 1 to 40 microns thick.

REPLACEMENT SHEET
2 1AUG 1996

—A




casé,Tl{igeghregmiasngepﬁquel.ength of the X-rays, 0 is the glancing

angl e ' Jjjgpnd [err] is the hal f-maxi mum breadt h.

Typi caiwllmﬂmg(ﬂl{m&nt ally observed breadth ([err]) is

conpri the particle size effect and b resul ting
fromthe instrunental broadening, [err] The instrunental

br oadeni ng, b, was determ ned using ' ZrN powder with particle
size greater than several m crons. The crystallite size Derr]

was determ ned and

-17-
ABSTRACT
SUBSTOICHIOMETRIC ZIRCONIUM NITRIDE COATING

A wear and erosion resistant coating for
substrates which comprises a substoichiometric
zirconium nitride coating having a nitrogen content in
the zirconium nitride coating from about 41 to 48
atomic weight percent.

Fig. 2
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cry ﬁr] decreased with decreasing nitro- gen
conte 5 nn1at 50 atom c percent nitro- gen to 10.6
nm at ercent nitrogen. Resi dual stresses of the
sanpl e ZrN[err] coatings were determ ned using the standard
sin[err] nethod based on Hhe change in lattice spacings
(strain). The stresses of ZrN err] sanple coatings were then
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0. 25. Resi dual conpressive stress
ZrNx sanpl e coatings and the data are shown
The magni tude of conpressive stress appeared to
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i ncrease linearly with decreasing nitr%Pen cont ent .

Fig. 2

Qont

(=

=

S

e

g g -

< | 8

> O .
2 3 g
-Ts) -’
8 N =
= N
Q 7
U*%% E
G 3
<3 2
w 2 B~
@ B 2
& 2
o U
2

2

&

f="

=

[

@ _

g | I °

7 s S S

m w - 2]

RESIDUAL COMPRESSIVE STRESS (Ksi)

L2 1AUG 1996 !

|

[T JPRVIRIPRDY )
']

% e e ——————— e+ B Y



. .» ..
XNIZ NI % DINOLV N | M 3 14
em wv 4 o oy |

00€T

00¥T

<

MICROHARDNESS (Kgf/mm 2)

0092

een Replaced

AR R

This Sheet Has B

E_S.SU N Jo uopounj e se supeo)) XNIZ Jo SSOUPIBYOIIIA

—

cpeearey Foor L
PR EAL

e ——

POy

|

R
| I

|
|

 (REPLACEMENT SHEET



The as-coat e rf C f each of the ZrNerr] sanple coatings was
met al | |shed bef ore being subjected to m crohardness
nmeasur e I
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Vi ckerﬁ1 ceerCl with a load of 0.1 Kg for 15 seconds. The data

obt ai neé’%ﬁgﬂﬁiﬁﬁqﬂ In the Tabl e and shows that the m crohardness of ZrN.

i ncreas ing nitrogen content from 2037 kil ogranms force per
square mm[err]) at 50 atom c percent N to a maxi um of 2588
Kgf mmferr] at 43.2 atomc percent N, and then decreased to 2318 Kgf
merr] at 40.5 atomic percent N. 5
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The'Zr - ngs were exposed to 50 m - crons alum na erosion
nRe

at both I ngenment angl es at room tenperature. Conpressed

air with H E" I, 290 Kpa (42 psig) was used to deliver alu- mna

particle di ameter alum na nozzle. The nozzl e-to-speci nen
di stance was maintained at 10 cm The anount of alum na particles used for
20[err] and 90[err] erosion was 1800 ¢géand 400 g, respectively. The

)Fig. 6
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relative er05|on resistance was cal cul ated by conparing the total weight
.| oss of t sceert R fmheﬂrlc ZrNx coatings with that of a stoichionetric
ZrN coatin I ﬁﬁ e erosion resistance was assuned to be 1 at both
20[err] an gles. The data obtained is presented in the Table

and shows that a nBX|nun1ero- sion resistance at 20 and 90 occurred at
about 42 to 45 atomic percent N, whicl corresponds to the region

Fig. 7
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havi ng the conbinatiom of-maxi mum ni crohardness and mini mun grain size.
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SUBSTOICHIOMETRIC ZIRCONTUM NITRIDE
COATING

FIELD QF THE INVENTION

The invention relates to a wear and ercsion resistant
coating composed of substoichiometric zirconium ni-
tride in which the nitrogen content of the coating is
from 41 to 48 stomic weight percent.

BACXGROUND OF THE INVENTION

Resistance against erosion wear is normally related to
the hardness of the wear part. Some articles are subject
to solid particle erosion in which particles of various
sizes and hardness are propelled at various angles
against the surface of the articles. For example, a car
traveling in the desert during 2 wind storm will encoun-
ter various size solid particles of sand traveling at vari-
ous velocities hitting the car. If the size of the particles
is large and the velocity of the particles is high, the
coating on the car could be chipped or pitted. In turbo-
machines which operate in a dust environment, this
solid particle erosion is a severe problem. Recently,
physical and chemical vapor deposited coatings, such as
titanium nitride coatings and zirconium nitride coatings,
have been used to provide a protective layer having
good hardness characteristics. These coatings have
been found to have good erosion resistance to Al;O3
and SiO; particles at both high and low impact angles.
Although these coatings have high hardness character-
istics, they exhibit inherently brittle behaviar and their
erosion resistance at normal impact decreases markedly
with increasing hardness and particle size of the ero-
dent. It has been observed that dynamic impact of solid
particle erodents onto a coated surface of an article can
form lateral and/or median cracks around the impact
site. Median cracks are responsible for the strength
degradation of the material while lateral cracks, which
grow from the center of impact parallel to the substrate
surface and then propagate through the coating surface, -
account for most of the material loss during solid parti-
cle impact erosion. The solid particle impact erosion of
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T these coatings at a 90° impact angle is due primarily to
brittle fracture. Thin coatings are more suspectible to
spalling and exposure of the substrate which may lead
to premature failure of the article. When coatings ap-
plied by conventional techniques are exposed to particle
impact, pinholes and/or lateral spalling pits generally
result in the coating. Once the coating material is
cracked, additional impact by even relatively small
particles will cause furrowing or grooves in the coating
material. In a turbomachine, this furrowing can greatly
affect the overall performance of the turbomachine.

Based on the elastic-plastic theory, toughness and
hardness are the donnnant;nopcnns conﬂnﬂuq;the
erosion behavior. Higher hardness is believed to in-
crease erosion resistance at both low and high impinge-
ment angles while higher toughness reduces the vuiner-
ability to brittle fracture and markedly increases 90°
erosion resistance. An erosion resistant coating needs to
be simultaneously hard and tough. However, hardness
and toughness are generally in opposition in hard mate-
rials. Higher hardness is usually associated with greater
brittleness. Multilayer hard compound materials have
been found to have simultaneously high hardness and
high toughness. The high hardness is an inherent prop-

_ erty of hard compounds and the high toughness is at-
tributed to the formation of a coherent or partly coher-
ent interface boundary between two different hard
compound layers. In ceramic materials, hardness and
toughness are typically maximized by a fine-grained
microstructure. In copending application U.S. Ser. No.
07/728,339 now U.S. Pat. No. 5,185,211 filed concur-
rently herewith, titled Non-Stoichiometric Titanium
Nitride Coating, wear and crosion resistant coatings are
disclosed which compromise non-stoichiometric tita-
nium nitride.

In copending application U.S. Ser. No. 405,131 now
abandoned, 2 multilayer coating is disclosed which has
good wear and erosion resistant characteristics, such
multilayer coating comprising alternate lamellas layers
of a nitride-containing compound in which at least one
layer contains at least 2 atomic percent of nitrogen
different than the nitrogen contained in an adjacent

- layer.
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- . Prior art references disclose that the erosion resis-
tance of zirconium nitride coatings increased with de-
creasing crystallite size and that superstoichiometric
ZnNy.13 (53 atomic percent of nitrogen) coatings had
good wear characteristics.

It is an object of the present invention to provxde a
substoichiometric zirconium nitride coating that has
good wear resistance and/or erosion characteristics to
solid particle impact.

Another object of the present invention is to provide
a substrate with a substoichiometric zirconium nitride
coaung in which the atomic percent of nitrogen in the
nitrogen is between 41% and 48%.

The above and further objects and advantages of this
invention will become apparent upon consideration of
the following description.

SUMMARY OF THE INVENTION

The invention relates to a substoichiometric zirco-
nium nitride coating for substrates in which the atomic
percent of nitrogen in the coating is from 41% to 48%.
Preferably, the atomic percent of nitrogen in the sub-
stoichiometric zirconium nitride coating could be from
42% t0 45% and most preferably about 43% to 44%.
The coating of this invention has good wear and corro-
sion characteristics and should have a crystallize size,
measured in the direction perpendicular to (111) diffrac-
tion plane, of between about 12 to 24 nm, preferably
between about 13 to 20 nm. .

A method for producing a substoichiometric zirco-
nium nitride coating on a substrate comprising the steps:

(2) placing a substrate in a chamber containing a zir-
conium-based target and a nitrogen-containing gas mix-
ture;

(b) evaporating the zirconium from the zirconium-
based target to produce a zirconium vapor to react with
the nitrogen in the nitrogen-containing gas mixture and
adjusting the ratio of nitrogen to zirconium to form a
zirconium nitride layer on the substrate that has a nitro-
gen content from 41 atomic percent to 48 atomic per-
cent.
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T One preferred embodiment for producing a zirco-
' nium nitride coating on a substrate would comprise the
steps:

(}3 placing a substrate in a vapor deposition chamber
having an anode and containing a zirconium-based cath-
ode along with a nitrogen-containing gas mixture;

(b) applying a voltage across the cathode and anode
to establish a current to effect evaporation of the zirco-
nium from the zirconium-based cathode to produce a

zirconium vapor to react with the mtrogen in the nitro-
gen-containing gas mixture and;

(c) adjusting the ratio of nitrogen to zirconium to
form a zirconium nitride layer on the substrate that has
a nitrogen content from 41 atomic percent to 48 atomic
percent.

It is believed that the simultaneous coating of a sub-
strate with a ZrN, based composition and bombardment
of the substrate with inert gas ions, such as argon ions,
will produce small crystallite for the substoichiometric
coating of this invention. As used herein, a substoichio-
metric coating of zirconium nitride shall mean a coating
in which the nitrogen content is below 50 atomic per-
cent.

Preferably, the nitrogen-containing gas mixture could
be argon-nitrogen; krypton-nitrogen; helium-nitrogen;
Xenon-nitrogen; neon-nitrogen or the like. The zirco-
nium nitride coating of this invention can be deposited
by using conventional physical vapor deposition tech-
niques such as arc processes, dc and rf magnetron sput-
tering, reactive ion plating and the like.

Preferably, the substrate could have a zirconium-con-
taining outer surface so that the coating can form a
strong bond to the substrate. The zirconium-containing
outer layer should preferably be from 0.1 to 6.0 microns
thick, and more preferably from 0.2 to 4.0 microns
thick.

The thickness of the zirconium nitride coating of this
invention can vary greatly as for example between | to
40 microns thick while for wear applications the pre-
ferred thickness of the coating could be between 1 to 10
microns and for erosion applications the coating could
be 8 to 40 microns.
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The zirconium nitride coating of this invention is
ideally suited for coating substrates such as titanium,
iron, aluminum, nickel, cobalt and alloys thereof. In
some applications, the substrate could be coated with a
zirconium-containing layer prior to depositing the coat-

ing of this invention since the undercoat will effectively
provide a better adherence for the coating.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a plot of residual compressive stress vs.
"nitrogen content for the coating of this invention.
FIG. 2 is a plot of residual compression vs. crystallite
size in ZrN,,. coatings. '
FIG. 3 is a plot of microhardness vs. the nitrogen
content in ZrNy coatings.
FIG. 4 is a plot of erosion resistance vs. the nitrogen
content for various ZrN, coatings.
FIG. § is a plot of erosion resistance vs. crystallite
size in ZrNy coatings.
FIG. § is a plot of erosion resistance vs. microhard-
ness in ZrN; coatings.

FIG. 7 is a plat of texture coefficient vs. the nitrogen
content for various ZrNy coatings.

[



FIG 6 shows of erosion resistance vs. mcro- hardness in which the
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EXAMPLE 1

Zirconium nitride coatings were deposited on tita-’
nium alloy substrates using a physical vapor deposition
arc evaporation process. Before depasition, the vapor
deposition chamber was evacuated to a pressure below
7% 10—+ Pa and then backfilled with argon to 0.7 Pa.
The substrates to be coated were sputter-cleaned with a
negative bias of I Kvdc for between 30 to 60 minutes to
remove surface contaminants, Subseguently, a 200 to
350 ampere d.c. arc was activated across a zirconium
cathode and a chamber which acts as an anode to evap-
arate zirconium from the zirconium cathode in an argon
and nitrogen environment at an gverall pressure about 4
Pa The ionized zirconium vapor reacted with N3 ions
and then formed a zirconium nitride coating on the
substrate. Each coating was formed by adjusting.the
nitrogen gas flow rates during the deposition. Specifi-
cally the nitrogen gas flow was varied from approxi-
mately 70 to 90 standard cubic centimeters per minute
(sccm) and the total argon gas flow was maintained at
about 240 sccm. The deposition temperature, deter-
mined using an optical pyrometer, was between 410‘ C.
and 520° C.

The nitrogen content of each sample coating was
measured by sputtered mass neutral spectrometry. The
neutral atoms of the coating were sputtered from its
surface into plasma by ions which were generated from
a Jow pressure r.f. plasma. The neutral atoms were then
ionized by energetic electron impact. These ions were
subsequently analyzed and detected in a2 quadrupole
mass spectrometer. The measured area was in an 8 mm
diameter circle and the total sputtered depth was ap-
proximately 5 raicrans.

The nitrogen content of each sample coating is shown
in the Table.
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TABLE

preferred L

COMPARISON OF MATERIAL AND STRUCTURAL PROPERTIES OF
SUBSTOICHIOMETRIC AND STOICHIOMETRIC NITRIDE COATINGS

Residual Relative
N Content  Crystaflite Size  Micrabardness Compressive Erosion  Resistance
Coating (at. %) D11 (am) (Kgf mm~—2)  Stress (Ksi) 90° 20°
X 40.5 10.6 218§ =64 466 = 13 0.6 0.4
I 43.2 14.7 2588 = 52 424 = 29 i1 3.2
m 44.3 12.5 2566 = 76 433 £ 26 2.1 3.0
v 412 26.1 273 = 45 330 =15 1.8 1.3 -
v 47.8 235 219 = 58 3153 =25 2.1 1.8
Vi 49.1 26.3 2167 = 53 344 = 18 1.7 1.4
vi 50.0 32,5 2037 = 40 315 =29 1.0 1.0

The crystallite size of each of the sample coatings was
determined by the Scherrer formula as follows:

Dkt = o

Where Dyt is the dimension of crystallite in the direc-
tion perpendicular to the reflecting plan (hki), K is the
crystallite shape factor which is assumed to be I in this
case, A is the wavelength of the X-rays, & is the glancing
angle of incidence, and B is the half-maximum breadth.
Typically, the experimentally observed breadth (8) is
comprised of B due to the particle size effect and b
resulting from the instrumental broadening, 8=B+b.
The instrumental broadening, b, was determined using
ZrN powder with particle size greater than several

microns. The crystallite size Dy was determined and
the results are shown in the Table. This data shows that
the crystallite size Dy decreased with decreasing nitro-
gen content as from 32.5 nm at 50 atomic percent nitro-
gen to 10.6 nm at 40.5 atomic percent nitrogen.

Residual stresses of the sample ZrN, coatings were
determined using the standard sin2y method based on
the change in lattice spacings (strain).

The stresses of ZrN, sample coatings were then mea-
sured with the assumption of Youndis modulus of
40.6:< 106 psi and a poisson rate of 0.25.

Residual comprssive stress was found in all the

~ ZrNy sample coatings and the data are shown in the

Table. The magnitude of compressive stress appeared to
increase lincarly with decreasing nitrogen content.
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The as-coated surface of each of the ZrN, sample
coatings was metallographically polished before being
subjected to microhardness measurements, using a
Vickers hardness tester with a load of 0.1 Kg for 15
seconds. The data obtained is presented in the Table and
shows that the microhardness of ZrN; increased with
decreasing nitrogen content from 2037 kilograms force
per square millimeter (Kgf mm—1) at 50 atomic percent
N to a maximum of 2588 Kgf mm—2 at 43.2 atomic
percent N, and then decreased to 2318 Kgf mm—2 at
40.5 atomic percent N.

The ZrNx sample coatings were exposed to 50 mi-
crons alumina erosion at both 20° and 90° impingement
angles at room temperature. Compressed air with a
pressure of 290 Kpa (42 psig) was used to deliver alu-
mina particles through 2 5§ mm diameter alumina nozzle.
The nozzle-to-specimen distance was maintained at 10
cm. The amount of alumina particles used for 20° and
90° erosion was 1800 g and 400 g, respectively. The
relative erosion resistance was calculated by comparing
the total weight loss of the substoichiometric ZrN,
coatings with that of a stoichiometric ZrN coating, in
which the erosion resistance was assumed to be 1 at
both 20° and 90° impact angles. The data obtained is
presented in the Table and shows that 2 maximum ero-
sion resistance at 20° and 90° occurred at about 42 to 45
atomic percent N, which corresponds to the region
having the combination of maximum microhardness and
minimun grain size.
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DRAWINGS

FIG. 1 shows a plot of residual compressive stress
versus nitrogen content for several sample coatings of
this invention.

FIG. 2 shows a plot of crystallite size vs. residual
compressive stress for sample coatings of this invention.

FIG. 3 shows a plot of microhardness vs. nitrogen
content for sample coatings of this invention.

' FIG. 4 shows a plot of erosion resistance vs. nitrogen
content in sample coatings of this invention.

FIG. 5 shows a plot of erosion resistance vs. crystal-
lite size for sample coatings of this invention.

FIG. 6 shows a plot of erosion resistance vs. micro-
bardness for sample coatings of this invention.

FIG. 7 shows a plot of the texture coefficient as a
function of N concentration in several sample coatings
of this invention.

A plot of residual compressive stress versus nitrogen
content was plotted in FIG. 1 for the sample coating
from the Tabie and the data demonstrates that the resid-
ual comprehensive stress of substoichiometric. ZrNy
coatings decreased linearly with increasing nitrogen
content. _

FIG. 2 shows a plot of crystallite size v. residual
compressive stress. The smaller crystallite size is be-
lieved to more than compensate for the increased stress.
In FIG. 3 a plot of microhardness vs. nitrogen content
shows that 2 maximum microhardness occurs between
42 and 45 atomic percent N content. FIG. 4 shows a
plot of erosion resistance vs. nitrogen content in which
a maximum erosion resistance appears at N content
between 42 and 44 atomic percent. FIG. 5 shows a plot
of erosion resistance vs. crystallite size in which the
optimum crystallite size is shown around 15 nm.

FIG. 6 shows a plot of erosion resistance vs. micro-
hardness in which the erosion resistance increases with
increasing microhardness.

FIG. 7 shows that the texture coefficient is a function
of N concentration in the coating. The coating exhib-
ited a combination of <111> and <311> preferred
orientation at N content between 41.5 and 48 atomic
percent. The most preferred coating has a combination
of <111> and <311> preferred orientation in which
<311> preferred L orientation is dominant over
< 111> preferred orientation.
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In the substoichiometric ZrN coating system, micro-
hardness and crystallite size are believed to be the pre-
dominant parameters controlling erosion behavior in
which the erosion resistance increases with increasing
microhardness and with decreasing crystallite size. A
linear relationship between erosion resistance and mi-
crobardness can only be obtained, if we exclude the
coating containing 40.5 atomic percent nitrogen (FIG.
6). The erosion resistance, increased with decreasing
crystallite size down to 12 am (FIG. 5). At crystallite
size significantly less than 12 nm, when the nitrogen is
about 40.5 atomic percent, a marked decrease in erosion
resistance was observed.

An anomoly occurring in the variation -of erosion
with material and structural parameters was primarily
linked to the coating containing 40.5 atomic percent
nitrogen. This coating had microhardness 2318 Kgf
mm—2, crystallite size 10 nm, macrostrain 0.75%, and
residual compressive stress 466 Ksi. Based only on mi-
crohardaess and crystailite size, one will expect a rea-
sonable good erosion property from this coating. How-
ever, poor erosion performance was observed. Thus, it
is believed that other material properties rather than
microhardness and crystallite size had a decisive influ-
ence on erosion performance of this coating, such as
possibly an excess of unreacted zirconium.

Although specific embodiments of this invention
have been described, it should be understood that vari-
ous modifications may be made without departing from
the spirit of this invention.

| decreasing crystallite size. A linear relationship
ance and m - crohardness can only be obtai ned,
cant ai ning 40.5 atom c percent nitrogen (FIG 6).
i ficreased with decreasing crystallite size down to 12
At crysiallite size significantly less than 12 nm when the
nitrPgen '§about 40. 5 atom c percent ' alorra_r ked decrease in erosion

if we
The
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o What is claimed is:

1. A homogenous substoichiometric zirconium ni-
tride coating in which the atomic percent of nitrogen in
the coating is from about 41 to 48 percent and has a
microhardness of greater than 2200 kilograms force per
square millimeter when using a 0.1 Kg load.

2. The substoichiometric zirconium nitride coating of
claim 1 wherein said zircomium nitride contains from
about 42 to about 45 percent.

3. The substoichiometric zirconium nitride coating of
claim 1 wherein said zirconium nitride coatings about
43.to 44 atomic perceat of nitrogen.

4. The substoichiometric zirconium nitride coating of
claim 1 wherein said zircomium nitride coating has a
microhardness from 2200 to 2600 kilograms force per
square millimeter wheén using a 0.1 Kg load.

5. The substoichiometric zirconium nitride coating of
claim 4 wherein said zirconium nitride coating has a
crystallize size measured in the direction perpendicular
to (111) diffraction plane of from 12 to 24 nm.

6. The substoichiometric zirconium nitride coating of
claim I wherein said zirconium nitride coating is from 1
to 40 microns thick. .

7. The substoichiometric zirconium nitride coating of
claim 6 wherein said zirconium nitride coating is from 1
to 10 microns thick.

8. The substoichiometric zirconium coating of claim 6
wherein said zirconium nitride coating is from 8 to 40

microns.



sona ef-0sien-property fromthis coating. How ever, poor erosion
perf Eﬁgﬁg MNDBHEETéd. Thus, it is believed that other materi al

propdr i es” 1 at ner tnanim crohar dness and crystallite size had a decisive
i nflg- }performance of this coating, such as possibly an
excegs @?ﬁ?@%@?@ﬁ Econi um Al t hough specific enbodi nents of this
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nngenous substoi chiometric zirconiumni- tride coating in which the
atom I RBELAEMN: of: n'Erg(pen in the coating is fromabout 41 to 48 percent
' S ra—-er-obardh $d 7 of greater than 2200 kil ograns force per square
m I i 39 er _when usingjal0.1 Kg | oad. 2. The substoichionetric zirconium
nitri dleico%fﬂ%@ﬁd???cl i 1 wherein said zirconiumnitride contains from
about {42.to_about 45 pefcent.
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Quetric zirconiumnitride coating of claim1 wherein said
NT SHIEET90Ss about 43. to 44 atomi c percent of nitrogen. 4.
a s Z2frconiumnitride coating of claim1l wherein said
i pg has a -m crohardness from 2200 to 2600 kil ograns
Tet er when using a 0.1 Kg | oad. 5. The
ohiumnitride coating of
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cl ai m 473 “-re(j;ﬁw-gai‘...dmz_i*_[_goni umnitride coating has a crystallize size
eA Wﬂﬁfq&’ﬂﬂm perpendi cular to (111) diffracton plane of from
4 jnm B, The~5llgst oi chionmetric zirconiumnitride coating of claim

s@ifagh' iymfnitride coating is from1 to 40 mcrons thick.
gbst o’i%ﬁfo’%@t}r i

7. The|s cfzirconiumnitride coating of claim®6 wherein said
zi rconifum ng is froml
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to' 10 microns thick ..8. The substoichionetric zirconiumcoating of claimé . -
Wnerae"fi'nﬁi‘-S"\a'i-’;ct""zi’;f‘QQ'{}-F-H% nitride coating is from8 to 40 microns.
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ABSTRACT
SUBSTOICHIOMETRIC ZIRCONIUM NITRIDE COATING

A wear and erosion resistant coating for
substrates which comprises a substoichiometric
zirconium nitride coating having a nitrogen content in
the zirconium nitride coating from about 41 to 48
atomic weight percent.

Fig. 2
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