
A self supporting film having one or more layers wherein at least one layer
has a percent haze of less than 17.8 and the polymer of that layer consists
essentially of a polyethylene having a density of at least 0.925 grams per
cc, a molecular weight distribution of no more than 4, optionally
containing a fluoroelastomer, and methods for making such film are
disclosed.    


