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SUBSTRATE PROCESSING METHOD AND SUBSTRATE PROCESSING APPARATUS 

ABSTRACT 

A substrate processing method includes providing a substrate with a silicon-containing film 

in a chamber, introducing a process gas containing an HF gas, a phosphorus halide gas, and at 5 

least one gas selected from the group consisting of a C4H2F6 gas, a C4H2F8 gas, a C3H2F4 gas, 

and a C3H2F6 gas into the chamber to generate plasma, and etching the silicon-containing film 

in the substrate. 
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