
A method of packaging a semiconductor device is
provided. The method includes applying an insulative
material across only a portion of at least two of a
plurality of conductors providing interconnection
between elements in the semiconductor 



device. The method also includes encapsulating the
conductors and elements, thereby packaging the
semiconductor device. 


