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Paper is made by mixing anionic starch, carboxyl methyl cellulose or other
polymeric binder into a cellulosic thin stock together with  a cationic
inorganic or polymeric coagulant and then flocculating the suspension by
means of an anionic swelling clay or other anionic  retention aid.  


