
(57) Abstract: In a method of producing a composite magnetic body, flat
soft magnetic powder subjected to annealing to be free from stress strain
is prepared and mixed with a binder and a solvent for dissolving the binder
to form a slurry-like mixture. The mixture is formed into a film. Then, the
solvent is removed. Thus, a sheet of the composite magnetic body is
produced.    


