
COMPOSITE MEMBRANE FOR THE SEPARATION OF WATER AND
METHOD FOR ITS MANVFACTURE   Abstract A composite
membrane is provided for the separation of water with
at  least one separation layer (4) of cross-linked
polyvinyl alcohol, with the  separation layer (4) being
subjected in a separate process step to a post
crosslinking operation with an acid or an
acid-releasing compound and at  least one dialdehyde.
Furthermore, a method is proposed for the  manufacture
of such a composite membrane (1). (Fig. 1) 


