
A process for depositing a layer of a plasma
polymerized organosiloxane, siloxane or silicon oxide
onto the surface of an organic polymeric substrate by
atmospheric pressure glow discharge deposition from a
gaseous mixture comprising a silicon containing
compound and an oxidant, characterized in that the
oxidant comprises N2O. 




