
A multiconductor cable assembly and a method of making
a multiconductor cable assembly are disclosed. The
multiconductor cable assembly comprises a conductor
and a covering comprising a thermoplastic composition.
The thermoplastic composition comprises a poly(arylene
ether), a polyolefin and a polymeric compatibilizer.
The thermoplastic composition may further comprise a
flame retardant. 


