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ABSTRACT 

 

One aspect of the present invention relates to a 

crumb including rubber, wherein a volatile content of the 

crumb is 5 to 50% by mass, and a ratio of a surface area of 

the crumb to a volume of the crumb is 0.04 mm-1 or more.  
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