
Method of preparing a polyol blend ready for transportation, which
comprises withdrawing from their respective storage tanks a plurality of
streams of different base polyols, continuously and simultaneously feeding
said streams of base polyols in a predetermined ratio into a blender, and
continuously discharging the resulting polyol blend into a transporter
tank.    


