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Abstract

The invention relates to a process for hydroformylating short-chain olefins, especially C2 to C5
olefins, in at least one reactor in which the catalyst system is in heterogenized form on a support
composed of a porous ceramic material, and wherein process steps a) to c) according to Claim 1

are conducted when the process is shut down.
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