
A polymeric substrate comprising a high glass transition temperature
polycarbonate for use in optical display devices and light emitting devices
is provided in the present invention. A liquid crystal display, an organic
electroluminescent device, and methods for use including the aforementioned
polymeric substrate are also provided in the present invention. 


