
According to some embodiments, a method, apparatus,
and system are provided. In some embodiments, the
method includes providing solder resist material on a
surface of a substrate, applying mask material on top
of the solder resist material, reflowing 



solder located in an opening formed through both the
solder resist material and the mask material, and
removing the mask material after the reflowing of the
solder. 


