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ABSTRACT 

3D PRINTED CHAMBER COMPONENTS CONFIGURED FOR LOWER FILM STRESS AND LOWER 

OPERATING TEMPERATURE 

 

          A chamber component for a processing chamber is disclosed herein. In one 
embodiment, a chamber component for a processing chamber includes a component 
part body having unitary monolithic construction.  The component part body has a 
textured surface. The textured surface includes a plurality of independent engineered 
macro features integrally formed with the component part body. The engineered 
macro features include a macro feature body extending from the textured surface. 
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