
A semiconductor device according to this invention, wherein two
semiconductor chips are sealed by one resin body using two lead frames,
comprises a wide part extending in the width direction of dam bars, the
width of one dam bar being narrower than the width of another dam bar, and
the two lead frames are joined by soldering outside the resin body after
sealing them with resin.    


