
(57) Abstract        The invention is directed to a cylindrical screen (14)
for performing a thermoplastic film (17) or sheets. The screen (14) is
formed from a relatively thin sheet (31) that is secured together to form a
cylindrical shape. A plurality of apertures (41) are positioned in the
sheet (31) and the apertures (41) in the sheets (31) form a passageway (45)
through the screen (14). The passageways are disposed at an angle from
about 5[err] to about 60[err] with respect to a plane (47) that is disposed
substantially perpendicular to the surface (39) of the screen (14).    


