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Fig. 24



WO 2013/172894 PCT/US2013/626663

36

Fig. 2C
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Forming a first portion of the sheath | ___ 54
on a first mandrel using cold spray

!

Removing the first portion from the | __ 56
first mandre/

!

Flacing the first portion on a support | __ 58
base

l

Placing a second mandrel on the first
portion

!

Forming a second portion of the
sheath using a cold spray process ~ [—60

!

Removing the sheath from the second

——59

mandref and the support base 62
Performing a heat freatment process | __ 63
on the sheath

Fig. 3A
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Fig. 38
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