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[ Receive, by an extrusion system, a silicone material J
102

[ Extrude the silicone material to form an extruded member ]
104

Heat treat the extruded member to form a silicone tube structure
having a hollow body with a dimensional accuracy measured by a
standard deviation of the inner diameter being no greater than
approximately 0.6% of the average inner diameter
106

108

l Measure dimensions of the silicone tubing ]

[ Post processing of the silicone tubing ]
110

FIG. 1
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Sample Process
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Comparative Sample Process
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