
A method for etching a feature in a layer through an
etching mask is provided. A protective layer is formed
on exposed surfaces of the etching mask and vertical
sidewalls of the feature with a passivation gas
mixture. The feature is etched 



through the etching mask with reactive etching
mixtures containing at least one etching chemical and
at least one passivation chemical. 


