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Description 

Title of Invention: ABSORBENT PRODUCT 
Technical Field 

[0001] The present invention relates to an absorbent product for receiving excrement from a 

wearer. 

Background Art 
[0002] A product where an absorbent part formed of crushed pulp and the like is provided 

between a top sheet and a back sheet, may be used as an absorbent product such as a 

disposable diaper or an auxiliary absorbent pad. In Published Japanese Translation No. 

9-504206 of PCT International Application No. PCT/US94/11707 (Document 1), 

Published Japanese Translation No. 9-504207 of PCT International Application No. 

PCT/US94/11708 (Document 2), Published Japanese Translation No. 9-504208 of PCT 

International Application No. PCT/US94/11709 (Document 3) and Published Japanese 

Translation No. 9-504210 of PCT International Application No. PCT/US94/11752 

(Document 4), laminated structure of a fiber assembly layer of pulp or the like and an 

absorbent sheet where super absorbent materials are located in a plurality of pocket 

regions provided between two carrier layers, is proposed as an absorbent part of a 

disposable diaper. 

[0003] Japanese Patent Application Laid-Open No. 8-191857 (Document 5) discloses an 

absorbent part where an upper core having an opening is laminated on a lower core 

through a hydrophilic nonwoven fabric. In a disposable diaper of Document 5, 

moisture of excrement toward an upper surface of the upper core is absorbed thereat, 

moisture which has passed through the opening of the upper core is received by the hy­

drophilic nonwoven fabric to be diffused, and therefore it is absorbed at boundary 

surfaces between the upper core and the lower core. In Japanese Patent Application 

Laid-Open No. 2005-185616 (Document 6), a disposable absorbent product where a 

diffusion layer is provided at a space within an opening of an upper core is proposed. 

[0004] In a super absorbent material such as SAP (Super Absorbent Polymer) used for a 

disposable diaper or the like, moisture is slowly absorbed as compared to a fiber 

assembly layer of pulp or the like. Thus, in the case where an absorbent sheet having 

super absorbent materials is located on the fiber assembly layer of pulp or the like as 

shown in the disposable diapers of Documents I to 4, before moisture of excrement is 

absorbed into the absorbent sheet, the moisture possibly spreads widely to reach to the 

skin of the wearer or to leak out to the outer side of the disposable diaper. 

[0005] In the disposable diapers of Documents 5 and 6, since the lower core is the fiber 

assembly layer of pulp or the like having relatively high absorption speed, moisture of 

excrement which has passed through the opening of the upper core is absorbed into the 

lower core before it is diffused widely by the hydrophilic nonwoven fabric. Thus, the 
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moisture of excrement is mainly absorbed into portions of the upper and lower cores 

positioned in the vicinity of the opening, and whole the upper and lower cores can not 

be utilized efficiently to absorb moisture. Consequently, if after excretion, excretion is 

performed again without changing the disposable diaper, some moisture of excrement 

is not possibly absorbed and flows back through the opening, to reach over a wide area 

of the skin of the wearer or to leak out to the outer side of the disposable diaper. In 

addition, by the first excretion, the portions of the upper and lower cores positioned in 

the vicinity of the opening are swollen by absorption of moisture and the portions 

come into contact with each other with no space between them, and therefore the 

moisture of excrement which has passed through the opening is more poorly diffused 

in the second excretion and later. 

Summary of Invention 
[0006] The present invention is directed to an absorbent product for receiving excrement 

from a wearer. 

[0006a] The term "excrement", as used in the present specification, refers to any waste 

matter discharged from the body, including but not limited to feces, urine and other body 

fluids. 

[0007] The absorbent product according to the present invention comprises: a liquid-

pervious top sheet; a water-repellent or liquid-impervious back sheet; and an absorbent 

part located between the top sheet and the back sheet, wherein the absorbent part 

comprises: an upper absorbent layer having a fiber assembly layer in which an opening 

is formed at a position facing a crotch region of a wearer; and an absorbent sheet which 

is located between the upper absorbent layer and the back sheet and which covers the 

opening at the lower side of the opening, the absorbent sheet comprises: two sheets; 

and super absorbent materials which are located between the two sheets and which are 

fixed to at least one of the two sheets, and a low density area lies between the two 

sheets and spreads continuously from positions under the opening along a longitudinal 

direction of the absorbent part in the form of lines or mesh, and a density of the super 

absorbent materials in the low density area is lower than that in the other area of the 

absorbent sheet or the super absorbent materials do not exist in the low density area. In 

the present invention, it is possible to maintain high absorbing ability in multiple ex­

cretions. 

[0008] According to embodiments of the present invention, the super absorbent materials do 

not exist in the low density area and the two sheets are bonded to each other in the low 

density area. It is therefore possible to diffuse moisture of excrement over a wider area 

between the upper absorbent layer and the absorbent sheet. Preferably, the two sheets 

are bonded to each other by heat bonding. 

[0009] According to embodiments of the present invention, the low density area is in the 
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form of mesh. According to still other embodiments of the present invention, one of the 

two sheets which is located between the upper absorbent layer and the super absorbent 

materials is hydrophilic. In these cases, it is possible to diffuse moisture of excrement 

over a wider area between the upper absorbent layer and the absorbent sheet. 

[0010] According to a preferred embodiment of the present invention, since the upper 

absorbent layer comprises a convex part protruding toward the top sheet and lying 

along an edge of the opening, it can be suppressed that excrement excreted into the 

opening flows out of the opening and spreads on the top sheet. 

[0011] According to another preferred embodiment of the present invention, since the 

absorbent part further comprises a lower absorbent layer having a fiber assembly layer 

which is located between the absorbent sheet and the back sheet, absorption capacity in 

the absorbent part can be increased. 

[0012] These and other objects, features, aspects and advantages of the present invention 

will become more apparent from the following detailed description of the present 

invention when taken in conjunction with the accompanying drawings. 

Brief Description of Drawings 
[0013] [fig. l]Fig. 1 is a plan view of an absorbent product in accordance with a first preferred 

embodiment. 

[fig. 2] Fig. 2 is a cross-sectional view of the absorbent product. 

[fig. 3]Fig. 3 is a plan view of an absorbent sheet. 

[fig. 4] Fig. 4 is a cross-sectional view of the absorbent product. 

[fig. 5]Fig. 5 is a cross-sectional view of the absorbent product. 

[fig. 6]Fig. 6 is a cross-sectional view showing another example of absorbent product. 

[fig. 7]Fig. 7 is a cross-sectional view of the absorbent product. 

[fig. 8]Fig. 8 is a plan view of an absorbent sheet of an absorbent product in accordance 

with a second preferred embodiment. 

[fig. 9] Fig. 9 is a cross-sectional view showing still another example of absorbent 

product. 

Description of Embodiments 
[0014] Fig. 1 is a plan view of an absorbent product 1 in accordance with a first preferred 

embodiment of the present invention, and in Fig. 1 the absorbent product 1 is 

developed in a longitudinal direction. The absorbent product 1 is an auxiliary 

absorbent pad attached at the inside of a disposable diaper or the like which is an 

exterior product worn by a wearer, and it receives excrement from the wearer. Fig. 1 

shows a surface of the absorbent product 1, which is to come into contact with the 

wearer's body during use, and hereinafter the surface is referred to as an "upper 
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surface". 
[0015] Fig. 2 is a cross-sectional view of the absorbent product I taken along a line 11-11 in 

Fig. 1 where the absorbent product 1 is cross-sectioned with a plane orthogonal to the 
longitudinal direction (i.e.. an tip-down direction in Fit:. I ). As shown in Figs. I and 2. 

the absorbent product 1 has a sheet-like main body part 2 and a pair of side sheets 3 
which is located on both side portions of the main body part 2 (i.e., the both side 
portions are both left and right sides in Figs. 1 and 2) and which extends across almost 
the entire length of the main body part 2 in the longitudinal direction. In Fig. 2, re­
spective constituents of the absorbent product 1 are drawn so as to be slightly apart 
from one another for easy understanding of the drawing. 

10016j As shown in Figs. 1 and 2, the main body part 2 has an absorbent part 22, a liquid-
pervious top sheet 21 covering an upper surface (i.e., the surface of the wearer's side) 
of the absorbent part 22 which is one surface of the absorbent part 22, and a water-
repellent or liquid- impervious hack sheet 23 covering a lower surface of the absorbent 

part 22 which is the other surface of the absorbent part 22. Both left and right side 
portions of the top sheet 21 are bonded to the pair of side sheets 3 with hot melt 
adhesive, and the pair of side sheets 3 is bonded to the back sheet 23 at both left and 
right outer sides of the absorbent part 22 with hot melt adhesive. At both outer sides of 
the absorbent part 22 in the longitudinal direction, the top sheet 21 and the pair of side 
sheets 3 are bonded to the back sheet 23 with hot melt adhesive. The contours of con­
stituent members of the absorbent part 22 located between the top sheet 21 and the 
back sheet 23 are drawn by thick broken lines in Fig. 1 for easy understanding of the 
drawing. 

[0017] In the present embodiment, with respect to a width direction (i.e., a left-right 
direction in Fig. I), a width of a portion 228 of the absorbent part 22 which is located 
on the downside of Fig. 1 is smaller than that of a portion 229 which is located on the 
upside of Fig. 1. In the following description, the portion 228 of the absorbent part 22 
is referred to as the "narrow width part 228" and the portion 229 is referred to as the 
"wide width part 229". A width of an upper end of the wide width part 229 in Fig. 1 is 
smaller than the maximum width of the wide width part 229. In the case where the 
absorbent product 1 is used for a male, the absorbent product 1 is attached at the inside 
of u disposable diaper or the like so that the wide width part 229 is to be positioned on 
the front .side (stomach side) of the wearer and the narrow width part 22X is to he po­
sitioned on the back side of the wearer. In the case where the absorbent product 1 is 
used for a female, the absorbent product 1 is attached at the inside of a disposable 
diaper or the like so that the narrow width part 228 is to be positioned on the front side 
of the wearer and the wide width part 229 is to be positioned on the back side of the 
wearer contrary to the male's case. 
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10018 ) As shown in Fig. 2, an outside portion 33 of each side sheet 3 in the width direction 
(i.e., the outside portion is a side portion away from the other side sheet 3) is bonded 
on a portion of the top sheet 21 in the vicinity of its side edge in the width direction 
and bonded on portions of the absorbent part 22 and the back sheet 23 which are not 
covered with the top sheet 21, with hot melt adhesive, and the portion 33 lies across the 
entire length of the side sheet 3 in the longitudinal direction. In the following de­
scription, the outside portion 33 of each side sheet 3 is referred to as the "bonded part 
33", and a portion 34 which lies on the inside of the bonded part 33 in the width 
direction and which is continuous with the bonded part 33 is referred to as the "side 
wall part 34". Bonding of the side sheet 3 to the top sheet 21, the back sheet 23 and the 
others may be performed by heat bonding, ultrasonic bonding or the like. 

]00I9] The pair of side wall parts 34 is located on both side portions of the main body part 
2, respectively, and extends across almost its entire length in the longitudinal direction. 
As shown in Fig. 1, side wall end parts 341 of each side wall part 34 which are both 
ends in the longitudinal direction are bonded on the main body part 2 with hot melt 
adhesive (or by heat bonding or ultrasonic bonding). In a standing part 342 between 
the two side wall end parts 341, an elastic member 32 extending in the longitudinal 
direction is bonded to the vicinity of an inside edge of the standing part 342 (i.e., the 
vicinity of a free edge) with hot melt adhesive. By contraction of the elastic member 
32, the standing part 342 stands up toward the wearer as shown in Fig. 2, to become 
standing gathers which contact with the vicinity of wearer's groin. 

] 1)020J The side sheet 3 is formed by folding a water-repellent or liquid-impervious 
nonwoven fabric (for example, a spunbond nonwoven fabric, meltblown nonwoven 
fabric or SMS (spunbond-meltblown-spunbond) nonwoven fabric), which is made of 
hydrophobic fibers (e.g., polypropylene, polyethylene, polyester, polyamide or nylon), 
into iwo portions at a folding line extending in the longitudinal direction, and by 
locating (sandwiching in) the elastic member 32 between the two portions overlapped 
with each other. For example, a polyurethane yarn, strip-like polyurethane film, yarn­
like or strip-like natural rubber, or the like is used as the elastic member 32. In the 
present embodiment, a polyurethane yam is used as the elastic member 32. 

[0021] The top sheet 21 of the main body part 2 is a liquid-pervious sheet material, for 
example a nonwoven fabric made of hydrophilic Fibers, and the top sheet 21 im­
mediately catches moisture of excrement from the wearer and moves the moisture into 
the absorbent part 22. Examples of nonwoven fabrics used as the top sheet 21 are a 
point-bond nonwoven fabric, air-through nonwoven fabric, spunlace nonwoven fabric 
and spunbond nonwoven fabric, and as hydrophilic fibers for making these nonwoven 
fabrics, normally, cellulose, rayon, cotton and the like are used. As the top sheet 21, a 
liquid-pervious nonwoven fabric made of hydrophobic libers (for example. 
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polypropylene, polyethylene, polyester, polyamide or nylon) where hydrophilic 
treatment is performed on its surface with a surfactant or a porous plastic film may be 
utilized, hi the present embodiment, ail air-through nonwoven fabric whose weight per 
unit area is equal to or more than 10 g/m2 and equal to or less than 35 g/m2 is used as 
the top sheet 21. 

10022J As the back sheet 23. used is a water-repellent or liquid-impervious nonwoven fabric, 
a water-repellent or liquid-impervious plastic film, or a laminated sheet of the 
nonwoven fabric and the plastic film. The back sheet 23 prevents moisture of 
excrement or the like which has come to the back sheet 23, from leaking out to the 
outer side of the main body part 2. A spunbond nonwoven fabric, meltblown 
nonwoven fabric and SMS nonwoven fabric which are made of hydrophobic fibers, are 
exemplified as a nonwoven fabric used for the back sheet 23, and water-repellent 
treatment is performed on the nonwoven fabric as appropriate. In a case where a plastic-
film is used for the back sheet 23, it is preferable that a plastic film with permeability 
(breathability) is used, from the viewpoint of preventing sweatiness in the absorbent 
product 1 and providing comfortable feeling to the wearer. In the present embodiment, 
a plastic film with permeability whose weight per unit area is equal to or more than 10 
g/m2 and equal to or less than 40 g/m2 is used as the back sheet 23. 

10023] As shown in Fig. 2, the absorbent part 22 has an upper absorbent layer 221 in which 
an opening 2211 is formed, an absorbent sheet 222 which is located at the lower side 
of the upper absorbent layer 221 (i.e.. between the upper absorbent layer 221 and the 
back sheet 23) and which covers the opening 2211 at the lower side of the opening 
2211, and a lower absorbent layer 223 which is located at the lower side of the 
absorbent sheet 222 (i.e.. between the absorbent sheet 222 and the back sheet 23). 

]0024j The upper absorbent layer 221 has a fiber assembly layer 2212 in which the above 
opening 2211 is formed at a position facing (to face) a crotch region of the wearer, and 
super absorbent materials 2213 which are mixed with the fiber assembly layer 2212 
and held thereto. The fiber assembly layer 2212 is formed of, for example regenerated 
hydrophilic fibers (such as cellulose, rayon, cotton), synthetic fibers, pulp fibers or the 
like, and super absorbent polymers (SAP (Super Absorbent Polymer)), super absorbent 
fibers (SAF (Super Absorbent Fiber)), or the like are used as the super absorbent 
materials 2213. In the present embodiment, fibrillated pulp fibers are stacked so as to 
become about 100 to 400 g/m3, to form the fiber assembly layer 2212, and granular 
absorbent resin such as polyacrylic acid, cellulose, starch-aery Ion itrile is used as the 
super absorbent materials 2213. Preferably, the upper absorbent layer 221 contains the 
super absorbent materials 2213 where the percentage by weight of the super absorbent 
materials 2213 in the upper absorbent layer 221 is equal to or more than 10 and equal 
to or less than 70. In Fig. 2, the super absorbent materials 2213 are enlarged and the 
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number of the super absorbent materials 2213 is less than that in the actual absorbent 
product 1 for easy understanding of the drawing (the same applies to after-mentioned 
super absorbent materials 2222, 2232), 

|0025| As shown in Fig. ], the upper absorbent layer 221 has an approximately rectangular 
shape elongated in the longitudinal direction in a planar view, and the opening 2211 
has an oval shape elongated in the longitudinal direction, tn addition, both side 
portions of ihe opening 221 I are overlapped with ihe pail of side sheets 3. In the 
present embodiment, a width of the opening 2211 at the approximate middle of the 
upper absorbent layer 221 in the longitudinal direction is equal to or more than 10 % 
and equal to or less than 50 fc of a width of the upper absorbent layer 221. As shown 
in I ig, 2. the upper absorbent layer 221 has a convex part 2214 protruding toward the 
top sheet 21 and lying along the whole edge of the opening 2211. A height of the 
convex part 2214 (i.e., protruding thickness) is preferably equal to or more than 10 % 
and equal to or less than 80 ck of a thickness of the upper absorbent layer 221 at 
periphery of the convex part 2214. 

10026| As shown in Fig. 1, the absorbent sheet 222 has an approximately rectangular shape 
elongated in the longitudinal direction, and its outer edge almost wholly overlaps with 
that of the upper absorbent layer 221 in the planar view. As shown in I;ig. 2. the 
absorbent sheet 222 has two liquid-pervious sheets 2221, 2223, and super absorbent 
materials 2222 located between the stacked sheets 2221. 2223. Preferably, each sheet 
2221, 2223 is hydrophilic, and for example, a point-bond nonwoven fabric, air-through 
nonwoven fabric, spunlace nonwoven fabric or tissue paper is utilized as the sheet 
2221, 2223. Similar material to the above super absorbent materials 2213 is used for 
the super absorbent materials 2222, and the super absorbent materials 2222 are fixed to 
the sheet 2221 and the sheet 2223 with adhesive (not shown i applied on the sheet 222 I 
and/or the sheet 2223 in the form of straight lines, curved lines or the like. There may 
be a case where a plurality of lines of adhesive each of which is short and straight are 
applied over in the form of fibers in application of adhesive on the sheet 2221 or the 
sheet 2223. 

10()27| In the present embodiment, an air-through nonwoven fabric or spunlace nonwoven 
fabric whose v\eight per unit area is equal to or mure than 10 g/m' and equal to or less 
than 50 g/m2 is used as the sheet 2221, 2223, and the super absorbent materials 2222 
are bonded to the sheets 2221, 2223 with rubber hot melt adhesive applied on any one 
of the sheets 2221, 2223 where weight per unit area of the hot melt adhesive is equal to 
or more than 3 g/m2 and equal to or less than 50 g/m2. Preferably, weight per unit area 
of the super absorbent materials 2222 is equal to or more than 100 g/m2 and equal to or 
less than 250 g/m2. 

10028] Fig. 3 is a plan view showing the absorbent sheet 222. In Fig. 3, hatching lines are 
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drawn at a plurality of areas 2224 (in the present embodiment, tour areas) in which the 
super absorbent materials 2222 (see Fig. 2) are located, and the opening 2211 in the 
upper absorbent layer 221 is drawn with chain double-dashed lines (the same applies to 
Fig. 8). As shown in Fig. 3. the plurality of areas 2224 are arranged in the width 
direction of the absorbent part 22. and each of them is band-like continuously 
extending in the longitudinal direction of the absorbent part 22. In the following de­
scription, the plurality of areas 2224 arranged in stripes are generically referred to as 
an "absorbent area 2226". 

10029) A plurality of areas 2225 lying around the absorbent area 2226 ( i.e., each area 2225 
lies between two areas 2224 adjacent to each other) are areas 2225 in which the super 
absorbent materials 2222 do not exist between the two sheets 2221, 2223. Each area 
2225 extends continuously and linearly along the longitudinal direction of the 
absorbent part 22 from a position under the opening 2211 (i.e., the position is included 
in the opening 2211 in the planar view). In the following description, the plurality of 
area* 222? arranged in stripes are genetically referred to as a "non-absorbent area 

2227". It can be considered that the non-absorbent area 2227 is a low density area in 
which a density of the super absorbent materials 2222 is lower than that in the sur­
rounding absorbent area 2226. In the absorbent sheet 222, the sheet 2221 and the sheet 
2223 shown in Fig. 2 are bonded to each other by heat bonding (thermal fusion 
bonding) in the non-absorbent area 2227 spreading continuously and linearly along the 
longitudinal direction of the absorbent part 22, and therefore each of the plurality of 
areas 2224 in the absorbent area 2226 is apart from the other areas 2224. Thus, the 
super absorbent materials 2222 located in one area 2224 are prevented from being 
moved to the other areas 2224. 

] 00301 As shown in Fig. 1, the lower absorbent layer 223 is larger than the upper absorbent 
layer 221 and the absorbent sheet 222 in the planar view, and a shape of the lower 
absorbent layer 223 in the planar view is identical to a shape of the above absorbent 
part 22. As shown in Fig. 2, the lower absorbent layer 223 has a fiber assembly layer 
2231 and super absorbent materials 2232 which are mixed with the fiber assembly 
layer 2231 and held thereto. Preferably, the lower absorbent layer 223 contains the 
super absorbent materials 2232 where the percentage by weight of the super absorbent 
materials 2232 in the lower absorbent layer 223 is equal to or more than 10 and equal 
to or less than 70. In a similar fashion to the fiber assembly layer 2212 of the upper 
absorbent layer 221 described above, the fiber assembly layer 2231 is formed of, tor 
example regenerated hydrophilic fibers (such as cellulose, rayon, cotton), synthetic 
fibers, pulp fibers or the like, and in the present embodiment, fibrillated pulp fibers are 
stacked so as to become about 100 to 400 g/m3, to form the fiber assembly layer 2231. 
In a similar fashion to the super absorbent materials 2213 of the upper absorbent layer 
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221, super absorbent polymers, super absorbent fibers or the like are used as the super 
absorbent materials 2232, and in the present embodiment, granular absorbent resin 
such as polyacrylic acid, cellulose, starch-acrylonitrile is used. 

10031 ] In the absorbent product 1, an inner side surface of the opening 2211 in the upper 
absorbent layer 221 and a portion of the absorbent sheet 222 which covers (i.e., closes) 
the opening 2211 (i.e., the portion which is exposed through the opening 2211) are 
coaled with (lie top sheet 2 I. to lorm a concave pari facing ihe croich region of the 
wearer, and excrement such as urine excreted from the wearer comes into the concave 
part. Through the top sheet 21, moisture of the excrement is led to the portion of the 
absorbent sheet 222 covering the opening 2211. The moisture is diffused to the pe­
ripheral ii.e.. diffused in the longitudinal direction and the width direction) by the 
topside sheet 2221 of the absorbent sheet 222, and it is absorbed by the super absorbent 
materials 2222 of the absorbent sheet 222 and the upper absorbent layer 221. 

100321 Since the super absorbent materials 2222 has lower absorption speed and larger ab­
sorption capacity than the fiber assembly layer 2212 of the upper absorbent layer 221, 
some moisture diffused by the sheet 2221 is rapidly absorbed into the upper absorbent 
layer 221 and subsequently, mainly remaining moisture is absorbed into the absorbent 
sheet 222 to be held by the super absorbent materials 2222. Some of moisture absorbed 
by the absorbent sheet 222 is led to the lower absorbent layer 223 through ihe 11011 
absorbent area 2227 and it is absorbed by the lower absorbent layer 223. The super 
absorbent materials 2222 which have absorbed moisture swell as shown in Fig. 4. In 
the absorbent sheet 222, a thickness of the absorbent area 2226 (in Fig. 4, the absorbent 
area 2226 is denoted by a plurality of reference signs 2226. and the same applies to 
Fig. 7 described later) increases by swelling of the super absorbent materials 2222, an 
upper surface of the absorbent area 2226 pushes the upper absorbent layer 221, and a 
lower surface of the absorbent area 2226 pushes the lower absorbent layer 223. 

100331 In the non-absorbent area 2227, sincc the two sheets 2221. 2223 are bonded to each 
other, the non-absorbent area 2227 does not swell. Fig. 5 is a cross-sectional view of 
the absorbent product 1 taken along a line V-V in Fig. 1 where the absorbent product 1 
is cross-sectioned with a plane orthogonal to the longitudinal direction. Because of 
existence of the non-absorbent area 2227, spaces 2228 extending in the longitudinal 
direction from the opening 2211 (see Fig. 3) are formed between the non-absorbent 
area 2227 and the upper absorbent layer 221 and between the non-absorbent area 2227 
and the lower absorbent layer 223 in ihe absorbent sheei 222. 

10034J In an absorbent product such as an auxiliary absorbent pad or a disposable diaper, 
multiple excretions (multiple excretion behaviors) are performed by a wearer 
depending on circumstances. However, in the absorbent product 1 in accordance with 
the preferred embodiment, after absorption of moisture of excrement in ihe first 



10 

excretion, a plurality of spaces 2228 extending in the longitudinal direction from the 
opening 2211 are formed in the absorbent part 22, Therefore, through the spaces 2228, 
moisture of excrement in the second excretion and later can be quickly diffused over a 
wide area along the longitudinal direction of the absorbent part 22 and the moisture of 
excrement can be absorbed in a wide area of the absorbent part 22. As the result, it is 
possible to maintain high absorbing ability in multiple excretions in the absorbent 
product 1 (that is. the absorbent product 1 can have large absorption capacity where 
moisture in multiple excretions is absorbed enough). 

|OO.i^| In addition, some of ihe moisture diffused in the longitudinal direction ihrough the 
spaces 2228 is rapidly absorbed by the upper absorbent layer 221 which is located on 
the upside of the spaces 2228 and which has relatively high absorption speed, and sub­
sequently the remaining moisture is absorbed by the super absorbent materials 2222, 
2232 which are located on the both left and right sides and the lower side of the spaces 
2228 and which have relatively large absorption capacity. Therefore, even if a 
relatively large amount of excrement such as urine is excreted, moisture of the 
excrement is prevented from flowing back into the opening 2211 from the spaces 2228 
and prevented from coming into contact over a wide area of the skin of the wearer. 

100361 I" the absorbent part 22, out of the two sheets 2221, 2223 in the absorbent sheet 222, 
the sheet 2221 located between the upper absorbent layer 221 and the super absorbent 
materials 2222 is hydrophilic, and therefore moisture of the excrement can be quickly 
diffused over a wide area between the upper absorbent layer 221 and the absorbent 
sheet 222. Since the sheet 2223 located between the super absorbent materials 2222 
and the lower absorbent layer 223 is also hydrophilic. moisture of the excrement can 
be quickly diffused over a wide area between the lower absorbent layer 223 and the 
absorbent sheet 222. In the absorbent sheet 222, because of heat bonding, the sheets 
2221, 2223 can be bonded to each other easily and reliably in the non-absorbent area 
2227. 

10037] In the absorbent part 22, since the upper absorbent layer 221 having the fiber 
assembly layer 2212 contains super absorbent materials 2213 where the percentage by 
weight of the super absorbent materials 2213 in the upper absorbent layer 221 is equal 
to or more than 10, absorption capacity of the upper absorbent layer 221 can be 
increased without upsizing the upper absorbent layer 221. Since the upper absorbent 
layer 221 contains super absorbent materials 2213 where the percentage by weight of 
the super absorbent materials 2213 in the upper absorbent layer 22 i is equal to or less 
than 70, absorption capacity of the upper absorbent layer 221 can be increased while 
suppressing decrease in absorption speed of the upper absorbent layer 221. 

100381 In the absorbent product 1, since the upper absorbent layer 221 comprises the convex 
part 2214 lying along the edge of the opening 2211 as shown in Fig. 2, it can be 
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suppressed that the excrement excreted into the opening 2211 flows out of the opening 
2211 and spreads on the top sheet 21. As the result, the excrement can be prevented 
from coming into contact over a wide area of the skin of the wearer. In addition, since 
(lie lower absorbent layer 223 is provided on the lower side of the absorbent sheet 222 
in the absorbent product 1, absorption capacity of the absorbent part 22 can be further 
increased. Furthermore, since the lower absorbent layer 223 contains the super 
absorbent materials 2232 where the percentage by weight of the super absorbent 
materials 2232 in the lower absorbent layer 223 is equal to or more than 10 and equal 
to or less than 70 in a similar fashion to the upper absorbent layer 221, absorption 
capacity of the lower absorbent layer 223 can be increased without upsizing the lower 
absorbent layer 223 while suppressing decrease in absorption speed of the lower 
absorbent layer 223. 

[00391 Fig. 6 is a view showing another example of absorbent sheet and it is a cross-
sectional view at a position corresponding to the above Fig. 5. In the absorbent sheet 
222a of absorbent product I shown in Fig. 6, the super absorbent materials 2222 exist 
in the plurality of areas 2225 located between the plurality of areas 2224 of the 
absorbent area 2226. The plurality of areas 2225 are a low density area 2227a in which 
a density of the super absorbent materials 2222 is lower than that in the peripheral 
absorbent area 2226 (i.e.. the other area of the absorbent sheet 222a i. In the absorbent 
product 1, since the absorbent part 22 absorbs moisture of excrement, the super 
absorbent materials 2222 in the absorbent sheet 222a swell in the absorbent area 2226 
and the low density area 2227a, and the thickness of the absorbent sheet 222a increases 
as shown in Fig. 7. However, since the thickness of the low density area 2227a is 
smaller than that of the absorbent area 2226 (i.e., high density area), the plurality of 
spaces 2228 extending in the longitudinal direction from the opening 2211 (see Fig. 3) 
are formed between the upper absorbent layer 221 and the low density area 2227a and 
between the lower absorbent layer 223 and the low density area 2227a. Therefore, 
through the spaces 2228, moisture of excrement in the second excretion and later can 
be quickly diffused over a wide area along the longitudinal direction of the absorbent 
pari 22 and the moisture of excrement can be absorbed in a wide area of the absorbent 
part 22. As the result, it is possible to maintain high absorbing ability in multiple ex­
cretions in the absorbent product ! shown in Fig. 6. 

10040| From the viewpoint of diffusing moisture of excrement in the second excretion and 
later over a wider area more quickly by enlarging the spaces 2228. it is preferable that 
the two sheets 2221, 2223 are bonded to each other in the plurality of areas 2225 (see 
Fig. 3). 

(00411 Next, discussion will be made on an absorbent product in accordance with a second 
preferred embodiment of the present invention. The absorbent product in accordance 
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with the second preferred embodiment has the same structure as the absorbent product 
J shown in Figs. I to 3 except for a point where the absorbent product has an absorbent 
sheet 222b shown in Fig. 8 as a substitute for the absorbent sheet 222 shown in Fig. 3. 
In the following description, out of constituent elements of the absorbent product in ac­
cordance with the second preferred embodiment, elements corresponding to respective 
elements in the absorbent product I are denote J by the same reference signs as ihe re­
spective elements. 

[00421 As shown in Fig. 8, in the absorbent sheet 222b, a plurality of rectangular areas 
2224a arranged in a matrix (i.e., two-dimensionally arranged in the longitudinal 
direction and the width direction) are the absorbent area 2226 where the super 
absorbent materials 2222 (see Fig. 2) are located, and a mesh-like area 2225a among 
the plurality of areas 2224a is the non-absorbent area 2227 where the super absorbent 
materials 2222 do not exist. It can be considered that the non-absorbent area 2227 is a 
)<>\v density area in which a density of the super absorbent materials 2222 is low as 
compared to the surrounding area. The non-absorbent area 2227 spreads continuously 
from positions under the opening 2211 along the longitudinal direction of the 
absorbent part 22 (see Fig. I) in the form of mesh, and the two sheets 2221, 2223 (see 
Fig. 2) of the absorbent sheet 222b are bonded to each other in the non-absorbent area 
2227 by heat bonding. 

|0043] In the absorbent product in accordance with the second preferred embodiment, since 
the absorbent part 22 absorbs moisture of excrement, the super absorbent materials 
2222 in the absorbent sheet 222b swell and the spaces 2228 (see Fig. 5) spreading from 
the opening 2211 along the longitudinal direction in the form of mesh are formed 
between the upper absorbent layer 221 (see Fig. 5) and the non-absorbent area 2227 
and between the lower absorbent layer 223 (see Fig. 5) and the non-absorbent area 
2227 in a similar fashion to the first preferred embodiment. Therefore, through the 
spaces 2228, moisture of excrement in the second excretion and later can be quickly 
diffused over a wide area along the longitudinal direction and the width direction of the 
absorbent part 22. and the moisture of excrement can be absorbed in a wide area of the 
absorbent part 22. As the result, it is possible to maintain high absorbing ability in 
multiple excretions in the absorbent product. 

10044] In the absorbent product in accordance with the second preferred embodiment, since 
the excrement led into the spaces 2228 is able to move in the width direction of the 
absorbent part 22 in addition to ihe longitudinal direction, the moisture of excrement 
can be diffused over a wider area more quickly. On the other hand, since the absorbent 
product 1 in accordance with the first preferred embodiment can hold a relatively large 
amount of super absorbent materials 2222 between the sheets 2221, 2223 of the 
absorbent sheet 222, absorption capacity of the absorbent sheet 222 can be increased 
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easily, 
] 0045] Though the preferred embodiments of the present invention have been discussed 

above. I ho present invention is mil limited to the above-discussed preferred em­
bodiments, but allows various variations. 

[0046] For example, as shown in Fig. 9, a width of the upper absorbent layer 221 in the 
absorbent part 22 (see Fig. 1) may be larger than a width of the absorbent sheet 222 
and a width of the lower absorbent layer 223. In the upper absorbent layer 221 shown 
in Fig. 2, as long as excrement excreted to the inside of the opening 2211 is prevented 
(or suppressed) from flowing out toward the top sheet 21, the convex part 2214 around 
the opening 2211 may be omitted. 

]0047 [ As described above, the non-absorbent area 2227 having the plurality of linear areas 
2225 is provided in the absorbent sheet 222 in accordance with the first preferred em­
bodiment. However, for example, only one linear area 2225 may be provided as the 
non-absorbent area 2227 in the absorbent sheet 222. In addition, there may be a case 
where the area 2225 is for example, in the form of a meandering line or in a sawtooth 
waveform. In the absorbent sheet 222b of the absorbent product in accordance with the 
second preferred embodiment, the super absorbent materials 2222 whose density is low 
as compared to the area 2224a may be located in the mesh-like area 2225a. 

100481 In the absorbent sheet in accordance with the above preferred embodiments, bonding 
of the sheets 2221, 2223 in the non-absorbent area 2227 may be performed by for 
example, ultrasonic bonding or adhesive bonding with hot melt adhesive or the like. 
The super absorbent materials 2222 are not necessarily fixed to the both sheets 2221, 
2223, and they have only to be fixed to at least one of the two sheets 2221, 2223. 

[0049] In the absorbent part 22, a plurality of openings may be formed at a portion of the 
upper absorbent layer 221 facing the crotch region of the wearer. In the case where ab­
sorption capacity of the absorbent part 22 is enough, the lower absorbent layer 223 
may be omitted. In this case, the lower sheet 2223 of the absorbent sheet may be made 
to be a water-repellent or liquid-impervious sheet. A width of the absorbent part 22 
may be almost uniform across the entire length thereof in the longitudinal direction. 

[0050| Structure of the above absorbent product may be applied to various absorbent 

products such as a pants-type (i.e., pull-up type) disposable diaper which has a waist 
opening at an upper end and a pair of leg openings on a lower part, an open-type 
(tape-type) disposable diaper where a portion located on the front side of a wearer and 
a portion located on the back side arc fastened around the waistline of the wearer in 
wearing the disposable diaper, an auxiliary absorbent pad for incontinence which is 
attached at the inside of these disposable diapers and the like to be used, a sanitary 
napkin, and a panly liner. 

100511 While the invention has been shown and described in detail, the foregoing de­
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scription is in all aspects illustrative and not restrictive. It is therefore understood that 

numerous modifications and variations can be devised without departing from the 

scope of the invention. 

Reference Signs List 
[0052] 1 absorbent product 

21 top sheet 

22 absorbent part 

23 back sheet 

221 upper absorbent layer 

222, 222a, 222b absorbent sheet 

223 lower absorbent layer 

2211 opening 

2212, 2231 fiber assembly layer 

2213, 2222 super absorbent material 

2214 convex part 

2221, 2223 sheet 

2227 non-absorbent area 

2227a low density area 

[0053] Throughout this specification and the claims which follows, unless the context 

requires otherwise, the word "comprise", and variations such as "comprises" and 

"comprising", will be understood to imply the inclusion of a stated integer or step or 

group of integers or steps but not the exclusion of any other integer or step or group of 

integers or steps. 

[0054] The reference in this specification to any prior publication (or information derived 

from it), or to any matter which is known, is not, and should not be taken as an 

acknowledgment or admission or any form of suggestion that that prior publication (or 

information derived from it) or known matter forms part of the common general 

knowledge in the field of endeavour to which this specification relates. 
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CLAIMS 

[Claim 1] An absorbent product (1) for receiving excrement from a wearer, 
comprising: 
a liquid-pervious top sheet (21); 
a water-repellent or liquid-impervious back sheet (23); and 
an absorbent part (22) located between said top sheet and said back 
sheet, wherein 
said absorbent part comprises: 
an upper absorbent layer (221) having a fiber assembly layer (2212) in 
which an opening (2211) is formed at a position facing a crotch region of 
a wearer; and 
an absorbent sheet (222, 222a, 222b) which is located between said 
upper absorbent layer and said back sheet and which covers said opening 
at the lower side of said opening, 
said absorbent sheet comprises: 
two sheets (2221, 2223); and 
super absorbent materials (2213, 2222) which are located between said 
two sheets and which are fixed to at least one of said two sheets, and 
a low density area (2227, 2227a) lies between said two sheets and 
spreads continuously from positions under said opening along a 
longitudinal direction of said absorbent part in the form of lines or mesh, 
and a density of said super absorbent materials in said low density area is 
lower than that in the other area of said absorbent sheet or said super 
absorbent materials do not exist in said low density area. 

[Claim 2] The absorbent product according to claim 1, wherein 
said super absorbent materials do not exist in said low density area and 
said two sheets are bonded to each other in said low density area. 

[Claim 3] The absorbent product according to claim 2, wherein 
said two sheets are bonded to each other by heat bonding. 

[Claim 4] The absorbent product according to any one of claims 1 to 3, wherein 
said low density area is in the form of mesh. 

[Claim 5] The absorbent product according to any one of claims 1 to 4, wherein 
one of said two sheets which is located between said upper absorbent 
layer and said super absorbent materials is hydrophilic. 

[Claim 6] The absorbent product according to any one of claims 1 to 5, wherein 
said upper absorbent layer contains super absorbent materials, the 
percentage by weight of said super absorbent materials in said upper 
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absorbent layer being equal to or more than 10 and equal to or less than 
70. 

[Claim 7] The absorbent product according to any one of claims 1 to 6, wherein 
said upper absorbent layer comprises a convex part (2214) protruding 
toward said top sheet and lying along an edge of said opening. 

[Claim 8] The absorbent product according to any one of claims 1 to 7, wherein 
said absorbent part further comprises a lower absorbent layer (223) 
having a fiber assembly layer (2231) which is located between said 
absorbent sheet and said back sheet. 


