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ABSTRACT 

UNCROSSLINKED RUBBER COMPOSITION AND RUBBER PRODUCT 

MANUFACTURED BY USING SAME AND MANUFACTURING METHOD 

THEREFOR 

 5 

 An uncrosslinked rubber composition contains: a hydrogen-containing 

fluororubber; a thermal crosslinking agent that crosslinks the hydrogen-containing 

fluororubber when heated to a predetermined temperature; and a hydrogen site protective 

agent that bonds to carbon radicals resulting from breakage of carbon-hydrogen bonds of the 

hydrogen-containing fluororubber which occurs under irradiation. 10 


