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A lowy corrosive cleaner conposition conprising at | east an organic

sof vent -type cl eaning agent, a nitrogen-containing organic rust preventive
and an epexy conpound as additive. In the | owy corrosive cleaner
conposition, the organic solvent-type cleaning agent is a conposition

mai nly conprising a hydrocarbon which has 5 to 20 carbon atons and an
organi ¢ conpound which has 5 to 20 carbon atons and one or nore pol ar
groups. The cl eaner conpositions exhibit excellent flux renoving properties
and do not corrode the object to be cleaned, so that the conpositions can
be used advant ageously for cleaning electronlc conponents el ectrical
conponents, nechanical parts and so on.

LOWLY CORROSIVE CLEANER COMPOSITION
ABSTRACT OF THE DISCLOSURE

A lowly corrosive cleaner composition comprising
at least an organic solvent-type cleaning agent, a
‘nitrogen-containing organic rust preventive and an
5 epoxy compound as additive. In the lowly corrosive
cleaner comp051t10n, the organic solvent-type cleaning
agent is a composition mainly comprising a hydrocarbon
which has 5 to 20 carbon atoms and an organic compound
which has 5 to 20 carbon atoms and one or more polar
10 groups. The cleaner compositions exhibit excellent
flux removing properties and do not corrode the object
to be cleaned, so that the compositions can be used
advantageously for cleaning electronic compenents,
electrical components, mechanical parts and so on.



